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Abstract 

Thesis title: Green synthesis and characterization of silver nanoparticles (AgNPs) from Bulbine 

frutescens leaf extract and their antimicrobial effects. 

S. Lucas 

MSc Thesis, Faculty of Natural Science, Department of Biotechnology, University of the 

Western Cape 

 

Combating antimicrobial resistant infections caused by nosocomial pathogens poses a major 

public health problem globally. The widespread use of broad-spectrum antibiotics for the 

treatment of wound infections has led to the appearance of multidrug-resistant (MDR) 

microbes which further exacerbates the growth of microbes amongst patients. It may result in 

prolonged debility of the patient and an increase in healthcare costs due to prolonged hospital 

stays and expensive treatment regimens to avoid patient-patient transmission. Therefore, it is 

imperative that alternative sources of treatment to antimicrobial use in wound infections 

needs to be developed in order to inhibit or kill resistant microbes and to provide point of care 

medical treatment to the less fortunate at an affordable cost. 

 

The green synthesis of silver nanoparticles (AgNPs) is a cost-effective strategy for wound 

healing and has been employed in this thesis. Plants are able to reduce inorganic metals to 

form nanoparticles (NP) without the production of toxic by-products, are an eco-friendly and 

are a green alternative to conventional methods for mining nanomaterials. Green synthesized 

NPs are biocompatible and potentially safe for human therapeutic use. Bulbine frutescens leaf 

extract is stocked with valuable metabolites that are mainly employed as a vulnerary to treat a 

host of skin infections, colds and even arthritis. 

 

AgNPs were synthesised in direct sunlight with method of synthesis adapted from Vivek and 

colleagues. The AgNPs produced have been confirmed with UV-Vis spectra analysis. Using the 

principle of Dynamic Light Scattering (DLS), the hydrodynamic size, Polydispersity Index (PdI) 

and Zeta Potential (ZP) of the NPs were examined. The core-diameter and the morphology of 

the NPs were determined using High-resolution Transmission Electron Microscopy (HR-TEM). 

The Total Phenolic Content (TPC) and Fourier-transform Infrared Spectroscopy (FTIR) spectra of 
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both the extract and AgNPs were investigated. The antimicrobial activity of the extract and 

AgNPs were investigated using agar well diffusion technique.  

 

Total Phenolic Content (TPC) analysis combined with the DLS data confirmed the antimicrobial 

effects observed with AgNPs. The TPC analysis confirmed that an ionic charge on the pH 10 

AgNPs enhanced the activity of polyphenols; thus influencing the amount of phenols present 

within the AgNPs, providing a greater antimicrobial effect. Neutral pH AgNPs had 49.65 ± 

0.02125 TPC content in comparison to 243.003 ± 0.01175 for pH 10 AgNPs. The ZP decreased 

during the purification process which aided in the agar well-diffusion studies as the more 

negative the ZP, the more potent the AgNPs were against bacterial cell walls. Both AgNPs had a 

negative ZP of -22.3 mV for neutral pH and -25.4 mV for pH 10. The hydrodynamic size 

increased with centrifugation steps from 89.02 d.nm ς 180.4 d.nm for neutral pH, and 101.2 

d.nm ς 279.7 d.nm for pH10 AgNPs. FTIR analysis confirmed that the presence of flavonoids, 

amine groups, polyphenols and proteins are responsible for reducing the AgNO3 to form AgNPs. 

The FTIR spectra obtained showed similarities between the extracts and AgNPs with some 

variation in the peak shifts positions which clearly indicated that the residual plant material is 

responsible for the capping agents of the AgNPs. The HR-TEM analysis confirmed that the AgNP 

suspensions within this study are comprised of an array of different shapes which include oval, 

spherical, triangular, irregular and even rod shaped particles. Based on the HR-TEM images it 

was clear that pH 10 AgNPs is comprised of more circular shaped particles than neutral pH 

AgNPs. The core diameter of each particle was between 0.9 nm and 2 nm respectively.  

 

The TPC analysis confirms the antimicrobial activity displayed by the AgNPs in that pH 10 AgNPs 

have a greater activity than neutral pH AgNPs due to the presence of more phenols which has 

been stabilised through the applied ionic charge. Bulbine frutescens leaf extract has shown no 

antimicrobial activity, however, the AgNPs has shown promising antimicrobial activity against 

all the microbes within this study which include: Methicillin resistant Staphyloccus aureus 

(MRSA), Staphyloccus aureus, Staphyloccus epidermidis, Staphyloccus pyogenes, Escherichia 

coli, Klebsiella pneumonia, Pseudomonas aeruginosa, Fusarium culmorum, Fusarium 

oxysporum, Fusarium proliferatum and Fusarium verticilloides. Both AgNPs displayed the 

highest activity against S. aureus and F. oxysporum, and the lowest activity against E. coli and F. 
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culmorum. The difference within the antimicrobial effects of the AgNPs on the different 

microbes can potentially be attributed to the nature of the microbial cell membranes. 
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Chapter 1: Literature review 

1.1. Introduction 

Antimicrobial resistance of microbes to commonly available antibiotics poses a major public 

health problem globally (Laxminarayan et al., 2016). A report compiled by the UK Department 

of Health estimated that by 2050 ten million deaths attributed to antimicrobial resistance will 

occur annually worldwide (Murray et al., 2012). This global burden is disproportionately 

concentrated in Sub-Saharan Africa (WHO, 2014). 

 

Appropriate treatment of infections is hampered due to lack of basic health services in rural 

areas and the prohibitive cost of diagnostic tests to identify pathogens and their antimicrobial 

susceptibility patterns (WHO, 2014). Widespread use of broad-spectrum antibiotics for the 

treatment of wound infections has led to the appearance of multidrug-resistant (MDR) 

microbes which further exacerbates the growth of microbes amongst patients (Petti et al., 

2006). Approximately 27-82% of people in Africa live in rural areas where hospitals and 

conventional health services are limited or non-existent making traditional medicine their main 

option for treatment. It has been reported to have a fast healing time and offers the 

convenience of returning to their normal lifestyle (Petti et al., 2006). This arose due to 

conventional methods failing to meet the expectations of patients and also the prejudice 

involved with regards to the management outcomes of wound conditions such as chronic 

ulcers, side effects of drugs and the high cost of conventional therapy (Zaidi et al., 2005). 

 

Plants have been used as a source of medicinal compounds against antimicrobial resistance for 

centuries. According to the World Health Organization (WHO), plant extracts or their respective 

active constituents are used as folk medicine in traditional therapies of which 80% is used to 

make antibiotics or drugs to combat infections or disease (WHO, 2015; Tora et al., 2017). 

Medicinal plants have immunomodulatory and antioxidant properties resulting in adverse 

antimicrobial activities. The use of plant extracts and phytochemicals with known and unknown 

antimicrobial properties have shown to be effective in therapeutic treatments (Builders et al., 

2015).  
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Advances made through nanotechnology have changed the way diseases are diagnosed, 

treated and even prevented. Currently, researchers have drawn their attention to using metallic 

nanoparticles due to their ease of synthesis and modifications can be easily applied to 

functionalize nanoparticles (Ngiam et al., 2011). Silver nanoparticles (AgNPs) are said to be the 

most widely commercialised nanomaterials and have extensively been applied in different 

industries. It has been incorporated in wound healing for its antimicrobial properties 

(Shekhawat and Arya, 2008). AgNPs have also been applied in medicinal products such as 

contraceptive devices, bone prostheses, surgical instruments and dental alloys (Eckhardt et al., 

2013). This study focuses on the green synthesis of AgNPs from Bulbine frutescens leaf gel sap 

extract. 

 

The gel sap of B. frutescens is used by traditional healers to treat skin ailments such as wounds, 

rashes, cracked lips, burns, ringworms and even herpes. It has also been used internally for the 

treatment of coughs, colds, and arthritis (Hutchings et al., 1996). B. frutescens gel sap promotes 

wound healing by increasing cell proliferation and collagen deposition. B. frutescens gel sap is 

known to increase hydration by leaving a layer of fatty vesicles of glycoprotein on the skin 

surface which exhibits potent antibacterial properties (Pather et al., 2011). 

 

Considering the effective antimicrobial properties of AgNPs and the enormous interest in their 

application as coatings for medical devices and in wound therapy, of the green synthesis of 

AgNPs and its application in wound healing is the better alternative (Shekhawat and Arya, 

2008).  
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1.2. Aim, objectives and hypothesis 

 

Aim 

To synthesize AgNPs using Bulbine frutescens gel sap extract and investigate their antimicrobial 

effects. 

Objectives 

¶ To synthesize AgNPs from leaf extract of B. frutescens using green chemistry. 

¶ To characterize the synthesized AgNPs. 

¶ To investigate the antimicrobial activity of the AgNPs against selected sensitive and 

resistant pathogenic microbes.  

 

Alternate Hypothesis  

Bulbine frutescens is capable of forming AgNPs that have antimicrobial activity. 

 

Null hypothesis  

Bulbine frutescens is not capable of forming AgNPs that have antimicrobial activity. 

 

Primary Research questions 

¶ Does the aqueous leaf extract of B. frutescens effectively reduce silver ions to Ag0?   

¶ Are the green synthesized AgNPs capable of inhibiting the growth of various 

microbes? 
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1.3. What are antibacterial compounds? 

Antibacterial / antibiotic drugs are the most commonly used and abused antimicrobial agents 

worldwide to manage bacterial infections, to kill or inhibit the growth of bacteria (Barbosa et 

al., 2014; Hajipour et al., 2012). The antibacterial agents and semi-synthetic compounds which 

ŀǊŜ ŎǳǊǊŜƴǘƭȅ ŀǾŀƛƭŀōƭŜ ƻƴ ǘƘŜ ƳŀǊƪŜǘ ŀǊŜ ʲ-lactams (like penicillin), carbapenems and 

cephalosporins. Amino glycosides, which are pure natural products, and sulphonamides, which 

are purely synthetic antibiotics, are also readily available on the market. Antibacterial agents 

are vital in the fight against infectious diseases (Hajipour et al., 2012). 

 

Currently there are numerous antibacterial agents used in clinical research for the treatment of 

bacterial infections (Barbosa et al., 2014). However, due to the broad use and abuse of the 

compounds, antibacterial resistance has become a common and widespread global problem. 

Resistance is commonly a result of evolutionary processes which take place during antibiotic 

therapy resulting in inheritable resistance (Hajipour et al., 2012).  

1.3.1. Microbial resistance  to antimicrobial drugs  

Multidrug resistant microorganisms pose a major threat on the public health system globally 

(Rai et al., 2009). Resistant microorganisms such as fungi, bacteria, parasites and viruses are 

unresponsive to drugs used against them such as antifungals, antibiotics, antivirals and 

antimalarials. Drugs, which are currently being used to treat infectious diseases, have become 

ineffective allowing for the microbial population to thrive (WHO, 2015). The increase in drug 

resistant infections has led to an increase in the mortality rate, morbidity and cost due to 

prolonged hospitalization and treatment regimens (Lara et al., 2010). Annually, 100 000 tonnes 

of antibiotics are produced (Nikaido, 2009).  

1.3.2. Bacterial cell wall  and sensitivity to antimicrobial agents  

For over a century, microbial infections such as bacterial, fungal, viral and parasitic infections 

have been treated using antimicrobial agents which are either synthetic or semi-synthetic. 

These antimicrobial agents are able to kill (microbicidal) or prevent the growth (microbistatic) 

of microorganisms (Acar et al., 2015). However, a large number of microorganisms have 

developed the ability to survive under these conditions and are able to adapt and evolve over 
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time resulting in resistance against every available therapeutic antimicrobial on the market 

(Acar et al., 2015). 

 

Bacteria can be classified as Gram-positive or Gram-negative organisms through the ability to 

retain the Gram stain (Wiegel, 1981). Gram-positive bacteria consist of a 20 ς 50 nm thick layer 

of peptidoglycan (PG). They are attached to teichoic acids that are distinct to the Gram-positive 

cell wall (Barnett et al., 2004; Scott et al., 2006). The cell walls of Gram-negative bacteria are 

more complex structurally and chemically. Gram-negative bacteria consist of a thin PG layer 

and an outer membrane which covers the surface membrane. The outer membrane of Gram-

negative bacteria is responsible for the resistance to hydrophobic compounds which are 

comprised of lipopolysaccharides. Lipopolysaccharides augment the negative charge of the cell 

membranes and are crucial for the structural integrity and viability of the bacteria (Hajipour et 

al., 2012). The cell wall and membranes are important defensive barriers for bacterial 

ǊŜǎƛǎǘŀƴŎŜ ǘƻ ǘƘŜ ŜȄǘŜǊƴŀƭ ŜƴǾƛǊƻƴƳŜƴǘΦ ¢ƘŜ ŎŜƭƭ ǿŀƭƭ ƘŜƭǇǎ Ƴŀƛƴǘŀƛƴ ǘƘŜ ōŀŎǘŜǊƛǳƳΩǎ ƴŀǘǳǊŀƭ 

shape. The components of the cell membrane provide different pathways of adsorption of 

Gram-positive and Gram-negative bacteria (Delcour et al., 2009; Ghai I and Ghai S, 2017; Pages 

et al., 2008; Stavenger et al., 2014; Vergalli et al., 2017; Winterhalter et al., 2015). The cell wall 

plays an integral role in the tolerance or susceptibility of bacteria to antibacterial therapeutic 

agents (Hajipour et al., 2012).  

 

The bacterial cell wall is surrounded by an exoskeletion-like structure which is composed of PG 

sacculus (Liow et al., 2011). This structure is made up of glycan strands cross-linked by short 

peptides which generate a covalent mesh that helps in maintaining the shape of the bacteria 

and prevents their lysis due to the high internal osmotic pressure (Liow et al., 2011). There are 

two main mechanisms which bacteria employs against antimicrobial therapies (i) enzymatic 

barrier which primarily destroys the antimicrobial compound, and (ii) membrane barrier which 

limits the intracellular access of antimicrobial compounds ultimately leading to the failure of 

the antimicrobial therapy (Ghai et al., 2017).  
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1.3.3. Classes of antibiotics and their sites of action on bacteria  

 Different antibacterial drugs are known to target various parts of the bacteria to inhibit or 

disrupt its functioning. Table 1.1 below shows the different antibacterial drugs which target 

various parts of the bacteria. These targets include the cell wall and cell membranes, 

ribosomes, nucleic acids, bacterial cellular metabolism and bacterial cellular enzymes (Barbosa 

et al., 2014). As demonstrated in the table 1.1 and figure 1.1 below, there are various 

mechanisms by which these agents are able to inhibit bacterial multiplication and growth or 

destroy bacteria by (i) inhibition of cell wall synthesis and disruption of the cell membrane 

function, (ii) inhibition of protein synthesis (50S and 30S), inhibition of nucleic acid synthesis for 

both (iii) DNA and (iv) RNA, and (v) functioning as anti-metabolites (Barbosa et al., 2014). 

 

Table 1.1: Various bacterial targets of antibacterial drugs (Barbosa et al., 2014). 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

                   Bacterial target     Antimicrobial drugs 

(i) Cell wall synthesis  and inhibitors -̡Lactams 
 -̡Lactamase inhibitors 
 Glycopeptides 
 Polypeptides 
 Pyridine-4-carbohydrazide 
 Tetracyclines 

(ii) Protein synthesis  Aminoglycosides 
 Furanes 
 Ketolides 
 Lincosamides 
 Macrolides 
 Oxazolidinones 
 Streptogramins 

(iii) DNA synthesis  Coumarins 
 Naphthyridines 
 Quinolones 
 2-Pyridones 

(iv) RNA synthesis  Rifamycins 

(v) Intermediary metabolism  Sulfonamides 
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           Figure 1.1: Classes of antibiotics/ antimicrobial agents and their mode of action against bacteria (Labnotesweek4, 2013). 
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Antibacterial agents have a selective structural and metabolic advantage in bacteria cells and 

mammalian cells in that they cause selective toxicity to the bacteria organisms without 

damaging the host cells. The current drug-resistant bacteria include: multidrug resistant 

Mycobacterium tuberculosis, Enterobacter cloacae, Escherichia coli, Acinetobacter baumannii, 

Haemophilus influenza, Pseudomonas aeruginosa, Klebsiella pneumoniae, penicillin-resistant 

Neisseria gonorrhoeae (PPNG), Shigella flexneri, Salmonella enterica, Vibrio cholera, penicillin-

resistant Streptococcus pneumoniae, macrolide-resistant Streptococcus pyogenes, and 

vancomycin-resistant Enterococcus (Pelgrift and Friedman, 2013). Staphyloccus aureus is 

resistant to methicillin, sulphonamide, vancomycin and penicillin (Pelgrift and Friedman, 2013).  

1.3.4. Mechanisms of resistance  of microbes against antimicrobial drugs  

The acquired resistant genes enable the bacteria to develop various resistance mechanisms to 

avoid the antibiotics that they were exposed to. Figure 1.2 below illustrates the various 

mechanisms of antibiotic resistance.  

 

As depicted in the illustration, the first mechanism of antibiotic resistance can be achieved by 

the presence of an enzyme that inactivates ς alters the antibiotic. Second mechanism is the 

metabolic evasion of the targeted pathway or the development of an alternative pathway in 

which the antibiotic is inhibited by the enzyme. The third mechanism entails the mutation of 

the antimicrobial target resulting in a decrease in the binding of the antimicrobial agent or the 

sequestering process of the drugs via protein (50S and 30S) binding. The fourth mechanism 

encompasses posttranslational or posttranscriptional modifications of the antimicrobial target 

resulting in the reduction of the binding of antimicrobial target or modifications of the targets. 

The fifth mechanism involves the decrease in antimicrobial uptake due to modified cell wall 

proteins. The sixth mechanism of antimicrobial resistance results in the active draining of drugs 

out of the microbe. The seventh mechanism entails the overproduction of the antimicrobial 

agents target by the microbes (Barbosa et al., 2014). 
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Figure 1.2: Examples of the different mechanism of antibiotic resistance (Encyclopaedia- Britannica, 

2009). 

 

Poor patient compliance or the use of time-dependent antibiotics with a long shelf-life is one of 

many causes of drug resistance (Barbosa et al., 2014). The development of resistance to an 

antimicrobial agent is dependent on the duration of exposure. Microbistatic drugs are unlike 

microbicide drugs in that they inhibit the growth of microbes and do not kill all microbes, thus 

allowing some microbial cells to survive and therefore develop resistance due to overexposure 

to the antimicrobial agent or drug (Levy and Marshall, 2004). The mismanagement of dose 

amount and missed schedules doses further increases the selective pressure in favour of drug 

resistance due to microbial cells not completely being eradicated by the drug (Singer et al., 

2016). Due to poor patience compliance, drugs which are developed to treat infections have a 

short dosage interval resulting in an increase in dosage number for microbial eradication (Levy 

and Marshall, 2004).  However, even when there is good patient compliance, selective pressure 

in favour of antimicrobial resistance still occurs due to the events that unfold within individual 

dosing intervals (Barbosa et al., 2014).  
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1.4. Fusarium fungal species  

The Fusarium species is globally distributed in soil, plants, water and manmade habitats. It is   

responsible for plant diseases and can be a serious opportunistic human pathogen which 

affects immunocompromised patients (Kredics et al., 2015; Nucci and Anaisse, 2007). The 

infections caused by Fusarium species are mainly through airborne transmission, skin 

breakdown due to trauma, burns or insertion of vascular catheters (Nucci and Anaisse, 2007; 

Raad et al., 2002). Infections in humans can possibly manifest as a fever that does not respond 

to antimicrobial therapy. It may also cause localised infections, such as onychomycosis, keratitis 

and other skin infections (Chang et al., 2006; Godoy et al., 2004; Morales-Cardona et al., 2014; 

Takenaka, 2016; Zaias et al., 2014). In paediatric cancer patients, Candida species remain the 

most important cause of invasive fungal diseases (IFD) followed by invasive infections by 

Aspergillus spp. and other fungi (Castagnola et al., 2005, 2006; Hale et al., 2010). The 

epidemiology of fungal infections varies markedly according to the geographic region. In Brazil, 

Fusarium species pose a major threat to cancer patients (Nucci et al., 2013). The Fusarium 

species are among the most resistant fungi and systemic and conventional antifungal agents fail 

to treat those infected with this species of fungi (Guarro & Fusariosis, 2013).  

1.4.1. Susceptibility to vario us antimicrobial  compounds  

The Fusarium species are resistant to azole, echinocandins and polyenes antifungals (Nucci et 

al., 2014). This poses a major challenge on the agricultural and medicinal sector to find 

alternative means to inhibit the growth of the Fusarium species. Currently on the market, 

voriconazole is used to treat immunocompromised individuals and has increased the survival 

rate significantly. Amphotericin B deoxycholate gives relatively poor survival results in 

comparison to voriconazole. Voriconazole is statistically associated with 60% survival rate, 

whereas amphotericin B deoxycholate is associated with 28% survival rate (Nucci et al., 2014). 

Although these antifungal drugs offer more choices for treatment against Fusarium species, the 

most suitable candidate to treat antifungal infections has still not been found (Nucci et al., 

2014).  
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1.5. Current management of antimicrobial resistance in wound infections 

For many centuries numerous natural remedies have been used for the treatment of various 

types of wounds which aim to increase blood clotting, absorb wound exudates, and hasten 

healing. It is crucial that a moist environment is provided at the wound site for the migration of 

various cells to facilitate wound contraction.  

 

Selecting an ideal wound dressing is dependent on the wound type, size, amount of exudates 

and the risk of infection (Shao et al., 2017; Zhang et al., 2014). Currently on the market, 

hydrogels foam or film, ointment, antibacterial creams and/or antibacterial agents in 

combination with polymers are being used widely in clinical conditions (Hussain et al., 2018).  

 

In recent years bioactive agents have been incorporated to common antibacterial wound 

dressing agents (Hussain et al., 2018). Bioactive agents include natural and synthetic polymers, 

skin substitutes, electrospun micro and nanofibers, foams, films, hydrocolloids, sponges, 

membranes and even hydrogels. The use of bioactive compounds in wound dressings is 

significantly more effective in the medicinal treatment for non-healing chronic wounds (Hussain 

et al., 2018). Bioactive compounds are released via the hydrolysate activity of wound enzymes 

present in exudates or wound fluid (Boateng et al., 2015). Hydrates, swelling and diffusion are 

used to release the bioactive compounds from the dressings to the site of injury (Dias et al., 

2011). Research has shown that the bioactive agents in the dressings are found to be less 

effective due to the rapid absorption of compounds by wound exudates (Das et al., 2016). The 

search of a perfect wound dressing material continues to be a challenge in the field of tissue-

engineering. 

1.5.1. Antimicrobial potential of herbal medicines  

Since the beginning of time, human beings have relied on nature to provide basic needs such as 

medicine and food (Gurib, 2006). The higher order plants such as conifers and flowering plants 

are the main source of food for animals and people. These plants are found in abundance 

across the world and provide inherent and distinct biological and chemical properties beneficial 

to all species (De Wet et al., 2005; Fennel et al., 2004). In recent years there has been 

tremendous development in the organic synthesis of medicine, however, statistics obtained 
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from the World Health Organization Ƙŀǎ ǎƘƻǿƴ ǘƘŀǘ ул҈ ƻŦ ǘƘŜ ǿƻǊƭŘΩǎ ǇƻǇǳƭŀǘƛƻƴ ǎǘƛƭƭ ǊŜƭȅ ƻƴ 

traditional medicine for treatment of various ailments (WHO, 2015). 

 

South Africa is world renowned for its plant biodiversity. Higher order plants have been used 

for centuries as herbal medicine by traditional healers and indigenous people of Southern 

Africa which has shaped the socio-cultural heritage of Southern Africa (Thring & Weitz, 2006). 

There are approximately over 30000 species of higher order plants in South Africa and 3000 of 

these plants have been used medicinally (Van Wyk et al., 2008). Indigenous people of South 

Africa believe that extracts from these plants obtained naturally are relatively less toxic and 

have fewer side effects than the synthetic drugs produced. The use of these plants has played a 

fundamental role in the daily lives of these people to treat and prevent ailments (Van Wyk et 

al., 2008). Mainly in rural areas, traditional healers are the health care providers which the 

community consults (WHO, 2001).  

 

The iconic Southern African medicinal plants are Cape aloes (Aloe ferox), devƛƭΩǎ Ŏƭŀǿ 

(Harpagophytum procumbens) and buchu (Agathosma betulina) (McGaw et al., 2000). These 

plants have led to growing interest for their extensive medicinal properties and have thus 

enabled indigenous medicine to come to the forefront of medical research as a better 

alternative to synthetically produced drugs (McGaw et al., 2000).  

 

Most of the herbal materials which have shown to promote wound healing are known to 

contain biochemical substances such as amino acids, vitamins, hydrocolloids, fats and some 

inorganic substances which include mineral salts. The mechanism of wound healing and the 

benefits of herbal materials have been tracked down to their antioxidant activity (Yates et al., 

2012). The antioxidant potential of herbs has been linked to their polyphenol and carotenoid 

content. Caretenoids are structurally related to vitamin A and have been related to various 

health benefits which include decreasing the risk of certain cancers and eye disease (Mayer, 

2012ύΦ tƻƭȅǇƘŜƴƻƭǎ ŀǊŜ ŀƴǘƛƻȄƛŘŀƴǘ ŎƻƳǇƻǳƴŘǎ ǎǳŎƘ ŀǎ ƅŀǾƻƴƻƛŘǎ ǿƘƛŎƘ ƘŀǾŜ ōŜŜƴ ǎƘƻǿƴ to 

reduce the risk of developing type-2 diabetes. Flavonoids in addition to their antioxidant action 

also impart protection against ultra-violet light and have metal chelating properties (Marcato et 
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al. 2015). Flavonoids are naturally occurring plant pigments and has been shown to significantly 

reduce the risk of cardiovascular and lung disease.  

1.5.2. Polyphenols  

Polyphenols are commonly found in the botanical organs of medicinal herbs, fruits and 

vegetables. They are found within the fǊǳƛǘǎΣ ǎŜŜŘǎΣ ƭŜŀǾŜǎΣ ŀƴŘ ƅƻǿŜǊs. Polyphenols key 

responsibility is to maintain the colour, flavour and healing abilities of many plants (Pandey et 

al., 2009).  They can inhibit the oxidation of other molecules. They can potentially terminate 

any chain reaction due to the free radicals produced within the oxidative processes. In many 

biological systems, such oxidative reactions often result in cell damage and other harmful 

ǇǊƻŎŜǎǎŜǎ ǎǳŎƘ ŀǎ ŀōƴƻǊƳŀƭ ǇƭŀǘŜƭŜǘ ŀƎƎǊŜƎŀǘƛƻƴΣ ǿƘƛŎƘ ƛǎ ŀ ǇǊŜŎǳǊǎƻǊ ǘƻ ƛƴƅŀƳƳŀǘƻǊȅ 

responses. Flavonoids are the largest family of polyphenols; however, not all flavonoids are 

classified as polyphenols. There are different flavonoids found within plants such as 

ŀƴǘƘƻŎȅŀƴƛƴǎΣ ƅŀǾŀƴƻƴŜǎΣ ŦƭŀǾƻƴƻƭǎΣ ŦƭŀǾƻƴŜǎ ŀƴŘ ƛǎƻŦƭŀǾƻƴŜǎΦ 

 

Polyphenols has been shown to act as wound healing agents (Aslam et al., 2018). Polyphenols 

block the action of harmful enzymes that cause tissue damage due to ultraviolet radiation, 

wound ulceration and cell mutations (Aslam et al., 2018). Polyphenols are able to protect tissue 

cells and body fluids from free radicals generated within the oxidative process. Some 

polyphenols are able to slow down the growth of certain virulent viruses and microbes such as 

S. aureus and E. coli.  The antimicrobial and anti-inflammatory properties of polyphenols 

prevent swelling and itching of wounds by releasing allergic mediators such as serotonin and 

histamine (Ambiga et al., 2007).  
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1.5.3. Bulbine frutescens  

Bulbine frutescens is an indigenous Southern African plant, and is commonly found in the Cape 

where it is grown as a garden plant (Van Wyk & Gericke, 2000). It is commonly known as snake 

ŦƭƻǿŜǊΣ ŎŀǘΩǎ ǘŀƛƭΣ ōǳǊƴ ƧŜƭƭȅ ǇƭŀƴǘΣ ƛƴǘŜƭŜȊƛΣ ƛōǳŎƘǳ ŀƴŘ ƎŜŜƭƪŀǘǎǘŜǊǘ (Van Wyk & Gericke, 2000). 

B. frutescens belongs to the Asphodelacea family. The leaf is filled with a clear gel which is 

similar in appearance and consistency to the Aloe vera gel (Van Wyk & Gericke, 2000). There 

are over fifty species of Bulbine species part of the Asphodelacea family, which has extensively 

been used by traditional healers for the treatment of bruises, burns, stings, rashes, eczema, 

external sores and other skin related ailments (Van Wyk and Gericke, 2000). B. asphodeloides 

(wilderkopiva), B. alooides (rooistorm), B. natalensis (rooiwortel), B. latifolia and B. narcissifolia 

(geelslangkop) have been used for the treatment of these skin related ailments (Van Wyk & 

Gericke, 2000). The gel of B. frutescens is used for the treatment of cracked lips, ringworms, 

wounds and herpes (Hutchings et al., 1996). B. frutescens is mainly employed as a vulnerary 

due to its track record of displaying antimicrobial properties. It has also been used internally for 

the treatment of coughs, colds, arthritis and insanity.   

 

B. frutescens is an aloe succulent plant with a rosette of long, fleshy, yellow-green leaves. The 

long flower stems bear elongated clusters of yellow-orange or yellow flowers with fluffy 

stamens. This study focuses on B. frutescens plant species with yellow flowers. Figure 1.3 

depicts a photographic image of B. frutescens. The stems and roots are comprised of 

knipholone-type anthraquinones and have been employed in topical applications due to the 

presence of glycoproteins (Bringmann et al., 2008). B. frutescens thrives in environments where 

there is lots of sunlight and requires a small amount of water to grow. It is resistant to drought, 

heat and frost and can be grown anywhere including a pot on the balcony or even a windowsill. 

It can grow in any type of soil.  B. frutescens propagates best in spring. It only requires any piece 

of stem to grow. It can be watered only once a week and attracts bees all year round (Dyson, 

1998; Joffe, 1993).  
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Figure 1.3: Photographic image of the Bulbine frutescens plant (Forest Starr & Kim Starr, 2009). A: 

Clusters of yellow flowers. B: Rosette of long, fleshy, yellow green flowers. C: Leaves of B. frutescens 

plant. 

 

1.5.4. Antimicrobial activity  of B. frutescens plant extract in previous literature  

The antimicrobial activity of B. frutescens has been extensively investigated by Coopassamy and 

colleagues (Coopoosamy et al., 2010). The findings of this study showed that B. frutescens 

acetone and ethyl extracts are able to inhibit the activity of Gram-positive bacteria such as 

Bacillus subtilis, Micrococcus kristinae and S. aureus (Coopoosamy et al., 2010).  

 

Previous phytochemical analysis has resulted in the isolation and characterization of the axially 

chiral phenylanthraquinones knipholone (1) from the polar fractions of B. frutescens plant. This 

ƛǎ ƛƭƭǳǎǘǊŀǘŜŘ ƛƴ ŦƛƎǳǊŜ мΦп ǿƘƛŎƘ ŀƭǎƻ ǎƘƻǿǎ ǘƘŜ ƛǎƻƭŀǘƛƻƴ ŀƴŘ ŎƘŀǊŀŎǘŜǊƛȊŀǘƛƻƴ ƻŦ пΩ-O-

ŘŜƳŜǘƘȅƭƪƴƛǇƘƻƭƻƴŜΣ ƎŀōƻǊƻǉǳƛƴƻƴŜǎ ! ŀƴŘ .Σ пΩ-O-demethylknipholone-пΩ- -̡D-

glucopyranoside, and isoknipholone (2) (Mutanyatta et al., 2005). The polar fraction of the B. 

frutescens Ǉƭŀƴǘ Ŏƻƴǘŀƛƴǎ сΩ-O-sulfated phenylanthraquinones making this species a rich source 

of novel bioactive compounds (Mutanyatta et al., 2005).  
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Figure 1.4: Schematic representation of the chiral phenylanthraquinones knipholone (1) and 

isoknipholone (2) found within the B. frutescens plant species (Pather et al., 2011). 

 

Widgerow and Chait used the leaves gel to promote wound healing by increasing cell 

proliferation and collagen deposition (Widgerow and Chait, 2000). They included the gel of the 

leaf in a microporous tape. The B. frutescens increased the hydration by leaving a layer of fatty 

vesicles of glycoprotein on the skin surface which exhibited antibacterial properties (Widgerow 

and Chait, 2000). Pather and colleagues further established that the leaf gels stimulates 

collagen deposition and possibly increases fibroplasia (Pather et al., 2011). 
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1.6. Nanotechnology and nanoscience 

Nanotechnology offers various new strategies for regenerative medicine. In recent years, the 

molecular engineering of various self-assembling biocompatible NPs were developed as an 

active area of nanoresearch (Chakraborty et al., 2011). Metal nanoparticles (NPs) like silver, 

gold and zinc exhibit excellent properties such as low in vivo toxicity, and bacteriostatic and 

bactericidal activities (Eustis et al., 2006; Rai et al., 2009).  

 

The physicist, Richard P. Feynman described the concept of nanotechnology in 1959 as, 

ά¢ƘŜǊŜΩǎ ǇƭŜƴǘȅ ƻŦ ǊƻƻƳ ŀǘ ǘƘŜ ōƻǘǘƻƳέΦ bŀƴƻƳŀǘŜǊƛŀƭǎ ǇǊƻǾƛŘŜ ŀ ƳǳŎƘ ƎǊŜŀǘŜǊ ǎŜƴǎƛǘƛǾƛǘȅ ŀƴŘ 

permeability allowing more unique interactions than larger particles. The merging of 

biotechnology and nanotechnology seem logical considering the fact that biological samples 

can interact with nanostructures on a nanometer scale (Jeevanadam et al., 2018). Interactions 

with similarly sized biological materials possess the ability to traverse these materials and thus 

allow for the discovery of novel and intriguing biological innovations (Jeevanadam et al., 2018).  

 

1.6.1. What is nanoscience and nanotechnology?   

Nanoscience can be described as the production and structural manipulation of materials 

between 1-100 nm ranges, thus producing nanomaterials which display novel properties 

(Jeevanandam et al. 2018). These nanomaterials can be manipulated for a variety of 

applications called nanotechnology (Sujitha et al., 2013). 

 

Materials at nanoscale possess remarkable properties which have led to great strides in the 

research field of nanotechnology. Nanoparticles have been applied to a vast array of fields such 

as healthcare, water remediation, communication technologies, healthcare, transport and 

energy due to its exceptional novel characteristics at the nanoscale (Rajoriya, 2017; Das et al., 

2012).  
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Nanotechnology is an exciting and powerful discipline of science in the present century. The 

biosynthesis of NPs is eco-friendly, reliable and an important aspect of green chemistry 

approach that intersects biotechnology and nanotechnology. NPs have magnetic, electrical and 

optical properties which are influenced by the size, shape and interaction with stabilizers and 

surrounding media (Ahn-Tuan et al., 2011).  

1.5.2. Classification of NPs  

NPs can be classified according to their composition, dimensionality and uniformity. 

Dimensionality classifies NPs produced according to their morphology and shape. They can 

either be one-dimensional (1D), two-dimensional (2D) or three-dimensional (3D). They can 

either be spherical, irregular or tubular shaped and can exist in fused, agglomerated or 

aggregated forms (Buzea et al., 2007; Novack & Bucheli, 2007). The physiochemical properties 

in conjunction with the large surface-to-volume ratio make researchers believe that these 

nanomaterials are hazardous to the environment and biological organisms that live in it 

(Kruszewski et al., 2011). Despite this, nanomaterials are continuously being developed in 

various industries.  

 

NPs can be produced naturally or by anthropic sources, such as engineered or unwanted/ 

incidental NPs. Studies conducted in the past has revealed that NPs can be present in nature 

where they are synthesized by natural processes such as bio-mineralization and bio-

degradation (Huang et al., 2007). Under in vivo conditions NPs can be synthesized through 

erosion, forest-fires, friction, volcanic eruptions, marine wave strokes, physical and chemical 

weathering of rocks, etc (Kersharwani et al., 2014). NPs are generated through regular human 

activities such as fuel combustion, welding fumes, industrial effluents, automobile exhaust, etc. 

Engineered NPs are synthesized to serve a specific purpose for the benefit of mankind.  

 

As shown in figure 1.5 below, nanomaterials can be categorized into polymers, carbon-based 

materials, magnetic-based materials, composites, dendrimers, quantum dots, and lipid NPs. 

These can be found in various shapes such as tubes, wires, crystals, rods, spheres and even 

core-shell nanoparticles (Huang et al., 2007; Kersharwani et al., 2014; Liu et al., 2014).  
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Figure 1.5: Different types of nanoparticles (Berciano-Guerrero et al., 2014). 
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1.5.3. Green nanotechnology  

Traditionally, metallic NPs are synthesized by physical methods such as pulsed laser ablation or 

ion sputtering and chemical methods such as solvothermal synthesis, hydrothermal, sol-gel 

methods, and reduction. The chemical method of NP synthesis is expensive, it involves 

chemicals that can be hazardous when disposed in the environment and it requires stabilizing 

agents to prevent NPs from aggregating (Akhtar et al., 2013; Mollick et al., 2015).  For these 

reasons, more environmentally friendly approaches for synthesis of metallic NPs have been 

ŘŜǾŜƭƻǇŜŘ ŎŀƭƭŜŘ ΨƎǊŜŜƴ ǎȅƴǘƘŜǎƛǎΩΦ  Microorganisms and plant extracts have recently been used 

for the synthesis of NPs (Binupriya et al., 2010). 

 

The green synthesis of NPs can be achieved intracellularly and extracellularly (Akhtar et al., 

2013). Intracellular synthesis involves the synthesis of NPs using microorganisms. Bacteria and 

fungi have been reported in previous literature to synthesise NPs by absorbing the metals and 

using their cellular machinery to convert them into NPs (Mollick et al., 2015). However, the use 

of microbes to synthesise NPs has its limitations. Microbes are expensive to maintain and they 

require multi-step processes to be isolated (Akhtar et al., 2013). Synthesizing NPs extracellularly 

using plants would eliminate these steps, be less time-consuming and more cost-effective 

(Akhtar et al., 2013). 

 

Plants are known as green factories in the genesis of NPs. The major advantage of using plant 

extract for the biogenesis of AgNPs is that they are readily available, safe, non-toxic have a wide 

array of metabolites and can contribute to the reduction of silver ions quicker than microbes. 

Interest of researchers grew dramatically as plant material used as the reducing agent in 

synthesis of NPs minimizes the cost, time, waste and etc. This is illustrated in figure 1.6. It 

provides a sustainable procedure for the development of an eco-friendly and simple method 

for the fabrication of AgNPs leading to the introduction of a photo-biological approach. Green 

ƴŀƴƻǘŜŎƘƴƻƭƻƎȅ ƛǎ ŀƭǎƻ ŎƻƳƳƻƴƭȅ ƪƴƻǿƴ ŀǎ ǘƘŜ ΨǇƘƻǘƻ-ōƛƻƭƻƎƛŎŀƭ ŀǇǇǊƻŀŎƘΩ ǿƘƛŎƘ ƳŀƪŜǎ ǳǎŜ 

of the plants or their extracts of plants as reducing or capping agents in the synthesis if AgNPs 

(Reddy et al, 2014). 
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Figure 1.6: Advantages of green nanotechnology. 

 

1.6. Silver 

Silver (Ag) is a soft greyish-white lustrous element with atomic weight of 47. It is insoluble in 

water, whereas its metallic salts, such as AgNO3 (silver nitrate) and AgCl (silver chloride), are 

soluble in water. Metallic silver in its finely dispersed form exhibits unique properties normally 

associated with noble metals such as chemical stability, excellent electrical conductivity, anti-

bacteriostatic effects, non-linear optical behaviour and catalytic activity (Henglein, 1989; 

Mulvaney, 1996).  

 

Silver has been known as an environmental hazard for over 7000 years even though the history 

of human life has been associated with it. Since the 18th century it has been exploited for its 

medicinal and antibacterial properties. However, the bioaccumulation properties, toxic effects 

and persistence of silver within the environment made it imperative for the usage of silver and 

exposure to be controlled (Jabeen et al., 2013; Li et al., 2009; Luoma, 2008). 
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1.6.1. Biosyn thesis of AgNPs  

The fabrication of NPs can occur via biological, physical, chemical, electrochemical, 

photochemical, sonolytic and radiolytic methods (Zakir, 2006). AgNPs can be synthesized either 

by top-down (physical) and bottom-up (chemical methods and via green pathway) approaches.  

 

The top down approach involves the breakdown of bulk material into the nanoscale size 

without changing the elemental composition of the bulk material, while the bottom-up 

approach deals with fabricating NPs by collecting, consolidating and using individual atoms and 

molecules to nanosized particles (Bar et al. 2009; Mirunalini, 2011; Rosarin & Mirunalini, 2011) . 

The top-down approach for NP production is mainly used for industrial scale synthesis, and is 

not favoured by the scientific community. This method of synthesis is difficult, expensive and 

requires complex instrumentation (Ju-Nam & Lead, 2008; Powers et al., 2006). 

 

The bottom-up approach consists of chemical/physical methods or green synthesis or biological 

methods (plants or microbes). Chemical and physical methods, such as sol-gel process or 

chemical vapor deposition, are costly and extremely toxic to the environment. Up-scaling of 

NPs produced by physical processes are difficult and have a short shelf lifespan. Physical 

methods require NPs to be capped with capping agents thus contributing to its very low 

thermal stability. Chemical processes involve multiple purification rounds using explosive 

solvents, high consumption for processes (sonication and microfluidization) and by-products 

have harmful effects on the environment.   

 

Plants are known as green factories in the genesis of NPs. The major advantage of using plant 

extract for the biogenesis of AgNPs is that they are readily available, safe, non-toxic have a wide 

array of metabolites and can contribute to the reduction of silver ions quicker than microbes 

(Iravani & Zolfaghari, 2013). NPs synthesised using plants are found to be more polydispersed 

with different shaped particles due to the presence of phytochemicals such as polyphenols, 

flavones, organic acids and quinones within the plant extract (Prathna et al., 2010; Kumar et al., 

2008). It provides a sustainable procedure for the development of an eco-friendly and simple 

method for the fabrication of AgNPs. 
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Figure 1.7: Different approaches for synthesis of metallic NPs (Prathna et al., 2010). 

1.6.2. The role of plant biomol ecules in the green synthesis of AgNPs 

Phytosynthesis or phytofabrication or green synthesis involves the reduction of silver ions by 

the plant biomass into AgNPs. Aqueous extracts are considered more eco-friendly over organic 

extracts making it the better alternative for green synthesis.  

 

It is known that almost all plants such as herbs, shrubs or trees contain phenols, latex, 

flavonoids, alcohols and proteins which can produce AgNPs from silver salts. The whole plant or 

parts of the plant such as the roots, leaves, seeds, bark, fruits, pulp or secretory substances and 

in vitro raised calli have been reported in previous studies for the synthesis of NPs (figure 1.8) 

(Manjumeena et al., 2014).  

 

 

 

 

 

 

 

 

 



                                                                    24 
 

 

 

 

 

 

 

 

 

 

 

  

Figure 1.8: The different parts of plant used in green synthesis of NPs. 

 

The nature of the plant extract directly influences the type of NPs synthesized with the source 

of the plant extract being the most vital factor affecting the morphology and size distribution of 

the NPs produced (Luoma,2008). This can be attributed to the vast array of biomolecules 

present within the plant extract (Manjumeena et al., 2014).  

 

Plants contain primary metabolites such as proteins, peptides, amino acids, and reducing sugars 

which play a critical role in the stabilization and reduction of silver into AgNPs. Park and 

colleagues have shown that polysaccharides play a role in the synthesis of gold nanoparticles 

(AuNPs) and beta D-glucose serves as a reducing agent (Pratna et al., 2010). Starch has been 

reported as a stabilizing agent in the synthesis of AgNPs (Pratna et al., 2010).  

 

AgNPs have been synthesized from A. vera due to the presence of natural phytochemicals 

which act as natural capping and reducing agents (Yebpella et al., 2011). The polyphenol, 

rosmarinic acid, in C. aromaticus has been reported to be responsible for the observed 

antioxidant activity in AgNPs (Vanaja & Annudurai, 2013). Dioscorea bulbifera tuber which has a 

high amount of flavonoids and phenolic acid derivatives has been reported to synthesise AgNPs 

(Ghosh et al., 2012).  
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Phytochemical analysis of D. bulbifera tuber extract strongly supports its reducing capability of 

Ag+ to Ag0. Pulicaria glutinosa plant extract is rich in phenolic compounds, which are known to 

play a vital role in the reduction of silver ions (Kora & Arunachalam, 2012). 

 

1.6.3. Mechanism involved in the green synthesis of AgNPs  

Researchers have proposed a preliminary mechanism for the accumulation of NPs after the 

reduction of metal ions and the reduction process which is mediated by reducing agents or 

enzymes which are bound to the cell wall (Kesharwani et al., 2014). It has been reported that 

biosynthetic products or reduced cofactors play an important factor in the reduction of 

respective salts to form NPs. Plants have a complex network of enzymes and antioxidant 

metabolites which work around the clock to prevent oxidative damage to cellular components. 

Although each plants phytochemical profile varies, the reduction of ions seems to be the major 

mechanism taking place within the synthesis of NPs. Though the exact mechanism involved in 

AgNP synthesis may not be fully deciphered, it is believed that the biomolecules involved 

directly cause the reduction process to occur (Jha et al., 2009).  

 

Figure 1.9 illustrates a hypothetical mechanism for the bioreduction of silver ions using plant 

extracts to form AgNPs. The core mechanism for the bioreduction of silver ions firstly involves 

the entrapment of the silver ions on the surface of proteins within the extract by electrostatic 

interactions. Silver ions are then reduced by the proteins resulting in secondary structures 

being formed, which contain silver nuclei. The silver nuclei then grow, through the reduction of 

more silver ions and the aggregation at the nuclei (Li et al., 2007). This mechanism of plant-

mediated synthesis can somewhat be associated with the phytoremediation process found 

within plants (Anderson et al., 1998; Huang et al., 1996).   
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Figure 1.9: A hypothetical mechanism involved in the reduction of silver ions to form AgNPs using 

green synthesis (Rajoriya, 2017).  
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1.6.4. Factors affecting the synthesis of AgNPs  

Although the plant material provides natural reducing and capping agents, the parameters for 

the green synthesis of AgNPs are equally responsible for the reducing and capping ability of 

AgNPs. The shape, size and morphology of NPs produced are directly affected by the reaction 

conditions such as time, pH, incubation temperature, concentration of extract and AgNO3, and 

pH (Chan & Don, 2013).  

 

The rate of synthesis and final conversion to AgNPs has been reported to be faster with a larger 

quantity of plant extracts and metal ions (Song et al., 2009). The amount of reducing agent 

present within the reaction affects the stability of the AgNPs. Previous studies have shown that 

smaller NPs are produced at higher temperatures (Dubey et al., 2010; Song et al., 2008). 

Heating a reaction mixture to 95 ºC using Magnolia leaf extract as the reducing material 

resulted in 90% formation of AgNPs within a few minutes (Song et al., 2008).  

 

pH has been shown to influence the synthesis of NPs. The net charge on the biomolecules 

changes from a positive to a negative charge thus creating repulsion between the negatively 

charged ions within the biomolecules. It has been reported that increasing the pH results in 

smaller NPs and prevents further nucleation from taking place (Shankar et al., 2004). Acidic pH 

retards the formation of AgNPs whilst alkaline pH promotes the formation of AgNPs (Sithole, 

2015). Sathishkumar and colleagues were able to form spherical and decahedral NPs by 

gradually increasing the pH of the medium (Sathishkumar et al., 2009). The stability of AgNPs 

increases with increase in the time of synthesis. Similarly, other factors within the synthesis 

such as salt concentration and amount of reducing agent present influence the desired 

morphology of NPs. 
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1.6.5. NPs against antimicrobial resistance  

Metallic NPs have been used in previous studies to exert antimicrobial activities against a range 

of bacteria and have been effective against numerous infectious diseases including antibiotic 

resistant ones (Baek & An, 2011; Devi & Joshi, 2012; Sondi & Salopek-Sondi, 2004). Although 

NPs such as silver (Ag), zinc oxide (ZnO), copper oxide (CuO) and nickel oxide (NiO) have 

antimicrobial properties, the precise mechanism involved in the toxicity of the NPs against 

bacteria still needs to be validated (Pelgrift & Friedman, 2013).   

 

NPs can exert their effects by the direct interaction with the bacterial cell wall, inhibition of 

biofilm formation, generation of Reactive Oxygen Species (ROS) and induction of intracellular 

effects (Aderibigbe, 2017; Al Matar et al., 2017; Bassegoda et al., 2018; Hemeg, 2017; Katva et 

al., 2018; Natan and Banin, 2017; Rai et al., 2017; Siddiqi et al., 2018; Singh K. et al., 2014; 

Slavin et al., 2017; Zaidi et al., 2017).  

 

It is well known that NPs adhere to the bacterial membranes via electrostatic interactions 

consequently causing the disruption of the integrity of the bacterial membranes (Hajipour et 

al., 2012). The increase in reactive oxygen species (ROS) production has been closely related to 

the cytotoxicity of the NPs against bacteria. ROS damage can be achieved against the bacterial 

membrane, DNA and mitochondria which eventually leads to bacterial death, as illustrated in 

figure 1.10 below (Baek and An, 2011; Devi & Joshi, 2012; Hajipour et al., 2012; Sondi and 

Salopek-Sondi, 2004). NPs can generate distinctive ROS such as superoxide or hydroxyl radical.  
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 Figure 1.10: NPs and their ions (eg. Ag+, Zn2+) producing free radicals, resulting in the induction of 

oxidative stress. The produced ROS irreversibly damages the bacteria resulting in bacterial death 

(Hajipour et al., 2012). 

 

Various metallic NPs use a multitude of mechanisms to simultaneously combat microbes. These 

NPs include nitric oxide-releasing NPs (NO NPs), metal-containing NPs (MC-NPs) and chitosan- 

containing NPs (CC-NPs). These multiple simultaneous mechanisms of antimicrobial action 

highly decreases the chance of the development of resistance to these NPs, as multiple 

simultaneous gene mutations in the same microbial cell would be required for resistance to 

develop (Hajipour et al., 2012). NPs also possess the ability to target and deliver antimicrobial 

drugs to the site of infection, thus reducing the dosage amount required to treat the infection 

and potentially overcoming microbial resistance (Hajipour et al., 2012).  

 

NPs exert their bactericidal activity by being closely associated with R-SH groups. The heavy 

metal ions of non-essential transition metals with high atomic numbers such as Ag+ or Hg2+ can 

easily bind to SH groups, such as in cysteine, which can directly disrupt the function of specific 

enzymes or break SςS bridges necessary to maintain the integrity of folded proteins, causing 

detrimental effects to the metabolism and physiology of the cell (Mu et al., 2015).  
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The inhibition of the efflux pumps is another possible mechanism for the bactericidal activity of 

NPs. Bonaee and colleagues adduced a novel efflux pump inhibitory role of zinc oxide 

nanoparticles in E.coli and S. aureus (Bonaee et al., 2010). A 27% and 22% increase in the zone 

of inhibition for ciprofloxacin in the presence of zinc oxide nanoparticles in S. aureus and E. coli, 

respectively (Banoee et al., 2010). A study conducted by Padwal and colleagues using 

polyacrylic acid-coated iron oxide (magnetite) nanoparticles (PAA-MNP) with rifampicin against 

Mycobacterium smegmatis with emphasis on the efflux inhibitory role of PAA-MNP determined 

that the function of the efflux pump (Padwal et al., 2015). The function of the efflux pumps can 

be inhibited by the metallic nanoparticles by blocking the extrusion of antibiotics outside the 

cells or disrupting the efflux kinetics by terminating the proton gradient. This results in 

deterioration of the driving force essential for efflux pump activity (Choi et al., 2008; Dibrov et 

al., 2002; Padwal et al., 2015).  

 

Biofilms provide resistance to bacteria, but this defiance gets intensified if the biofilm produced 

is produced by drug-resistant bacteria (Christena et al., 2015). NPs can act as anti-biofilm 

agents by disintegrating the thick biofilm barrier through various modes of action (Ansari et al., 

2014; Morones-Ramirez et al., 2013; Roe et al., 2008; Velázquez-Velázquez et al., 2015). This 

can be achieved by using antibiotics in symbiosis with NPs. A previous study has shown that the 

symbiotic use of ampicillin and AgNPs greatly enhanced the inhibition in Gram-negative and 

Gram-positive bacteria by 55 and 70 %, respectively, in contrast with 20 % biofilm inhibition 

after treatment with AgNPs alone (Gurunathan et al., 2014).  

 

Efflux pumps play an integral role in cell to cell signalling of biomolecules to assist biofilm 

formation. One mechanism that can potentially be used to combat drug resistance is to employ 

the efflux pumps to block the quorum-sensing mechanism, hindering biofilm formation 

(Gurunathan et al., 2014).    
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1.6.6. Application of AgNPs  

Recently, AgNPs have been introduced into the market due to exploit of the novel properties of 

materials produced by nanoscience and nanobiotechnology. AgNPs are said to be the most 

widely commercialised nanomaterials and have extensive applications in different industries 

(Braydich-Stolle et al., 2010).  

 

According to Xiu and his colleagues the release of silver ions are responsible for the 

antimicrobial activity of AgNPs. Many companies have thus incorporated AgNPs into their 

products to serve as antimicrobial agents. It has also been incorporated in wound healing and 

medicinal products such as contraceptive devices, bone prostheses, surgical instruments, 

wound dressings and dental alloys. It has also been included in appliances such as refrigerators, 

textiles, washing machines (Kruszewski et al., 2011; Stensberg et al., 2011; Tian et al., 2007).  

 

AgNPs have been used for the treatment of HIV subtype I. In this in vitro study, it was shown 

that AgNPs in the size range of 1-10 nm, bind to the HIV subtype I virus, preventing the virus 

from binding to the host cells (Elechiguerra et al., 2005). Applications for drug delivery systems 

and treatment of diseases require a constant concentration of AgNPs in the blood to target the 

specific cells or organs (Moghimi et al., 2001), (Panyam & Labhasetwar, 2003).  
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1.6.6.1. In vitro studies using AgNPs 

The toxicity of AgNPs is influenced by the size, type, zeta potential, dispersion status, 

agglomeration abilities and interaction with biomolecules. (Asare et al., 2012). A study 

conducted by AshaRani and colleagues has shown that IMR-90 human lung fibroblast and U251 

human glioblastoma cells which were exposed to 6 ς 20 nm starch coated AgNPs at 

concentrations between 25 - 400 µg/ml for 24,48 and 72 hours respectively, has extensive DNA 

damage, oxidative stress, apoptosis, necrosis and low ATP levels. From the study it was 

concluded that exposure to AgNPs over an extended period of time resulted in metabolic arrest 

(AshaRani et al., 2009).  

 

In a separate study, N2A murine neuroblastoma cells were exposed to 25 nm polysaccharide 

coated and uncoated AgNPs at concentrations between 0.5 ς 100 µg/ml for a period of 24 

hours. Results from this experiment has shown that there was disruptions in the actin 

cytoskeleton, a decrease in the cell proliferation rate as well as oxidative stress degradation of 

mitochondrial integrity which persisted even after the administration of the nerve growth 

factor (Schrand et al., 2008). In another study conducted by Yen and colleagues uncoated 

AgNPs (3.08, 5.75 and 24.85 nm) was administered to J774 AI macrophages at concentrations 

of 1 - 10 µg/ml for 24, 48 and 72 hours respectively. Cytotoxicity was only prevalent in cells 

which were exposed to smaller AgNPs. One may suggest from these findings that only smaller 

AgNPs which enter the cells are able to cause damage (Yen et al., 2009).  

 

A study conducted by Greulich and colleagues used polyvinylpyrrolidone-coated AgNPs to treat 

human mesenchymal stem cells (hMSCs). The AgNPs were 100 nm in size, spherical in structure 

and was administered between 0.05 - 50 µg/ml for a period of seven days. The treatment 

regime decreased proliferation and chemotaxis, and increased the release of IL-8 (Greulich et 

al., 2009). AshaRani and colleagues have conducted an experiment which showed a 

concentration dependent toxic effect of both polyvinyl acetate and starch-coated AgNPs on 

human erythrocytes and haemagglutination resulting in swelling of cells, loss in biconcavity and 

haemolysis (AshaRani et al., 2009).  
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1.6.6.2. In vivo  studies using AgNPs  

In vivo studies using AgNPs are only limited to non-human organisms (Kruszewski et al., 2011). 

A study conducted by McAuliffe and colleagues confirmed that NPs introduced into the human 

body via ingestion, injection or inhalation accumulates in any or all organs of the body via 

circulatory and lymphatic system distribution (McAuliffe et al., 2007; Panyala et al., 2008). 

AgNPs possesses the ability to not only traverse blood vessels, but cross biological barriers of 

the body such as blood-testes barrier or blood-brain barrier (Lankveld et al., 2010; McAuliffe et 

al., 2007). The physiological functions of the human body are affected by acute and chronic 

exposure to AgNPs (Lankveld et al., 2010; Sung et al., 2011). 

 

In a separate study conducted  by Lee and colleagues, C57BL/6 mice that have several genes 

linked with motor neuron disorders, neurodegenerative disease and immune cell function in 

the brain was affected by exposure to AgNPs (Lee et al., 2010). The inhalation and intratracheal 

exposure to AgNPs between 10 - 100 nm in size resulted in the accumulation of AgNPs in the 

lungs and blood of the C57BL/6 mice (Lee et al., 2010). Another in vivo study conducted by Kim 

and colleagues involved the oral exposure of male and female Fischer F344 rats to 56 nm 

AgNPs. This resulted in a dose-dependent increase in alkaline phosphatise and cholesterol 

levels in the blood, bile-duct hyperplasia, necrosis, fibrosis, pigmentation in liver tissue (Kim et 

al., 2010). Furthermore, a study conducted with diabetic rats showed that the topical 

application of recombinant human epidermal growth factor (rhEGF) incorporated poly-(lactic-

co-glycolic acid) NPs fast- tracked the wound closure, increased epithelisation, and improved 

the fibroblast proliferation (Ryu et al., 2009).  
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1.6.6.3. Antibacterial effects of biogenic AgNPs  

Table 1.2 shows a few literature highlights in which the antimicrobial activities of biogenic 

metallic NPs showed exceptional results.  

 

The functionalization of NPs using antibiotics provides a promising platform to combat bacterial 

resistance and potentially also reduce the dose and toxicity of the drugs. NPs have the ability to 

target or even deliver antimicrobial agents to the infected site, mitigating a substantially 

hazardous effect on normal cells. Synergistic antibacterial efficiency of AgNPs and antibiotics 

has been observed with E.coli, S. aureus and P. aeruginosa at very low concentrations (Singh et 

al., 2014). AgNPs is shown to significantly increase the antibacterial effect of several antibiotics 

including amoxicillin, penicillin G, vancomycin, erythromycin against E. coli, S. aureus, and MDR 

bacteria (Singh et al., 2014). The antibiotic-functionalized NPs exhibit the potential to reverse 

antimicrobial resistance. The combinatorial effect of AgNPs with natural alternative compounds 

such as cinnamaldehyde and eugenol has also been reported (Singh et al., 2014). 
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Green synthesized NPs Target bacteria Antimicrobial effects References 

AgNPs from Phyllanthus amarus extract MDR Pseudomonas aeruginosa Membrane damage, release of free ions, 

inactivation of enzymes by interaction with 

thiol groups 

Singh et al., 

2014 

AgNPs from Helicteres isora fruit extract Extensively drug-resistant (XDR) 

P. Aeruginosa isolates 

Lipid peroxidation, leakage of reducing 

sugars and proteins, respiratory chain 

dehydrogenases inactivation, turbulence of 

membrane permeability 

Mapara et 

al., 2015 

AgNPs from Artemisia cappilaris extract MRSA Membrane damage, release of free ions Jang et al., 

2015 

AgNPs from aloe vera extract Staphylococcus epidermidis, P. 

aeruginosa 

Release of free ions, increase in membrane 

permeability, ROS production, DNA damage 

Tippayawat 

et al., 2016 

AgNPs from Acalypha indica leaf extracts Escherichia coli, Vibrio cholerae Alteration in membrane permeability and 

respiratory chain 

Krishnaraj 

et al., 2010 

AgNPs from Rhizopus oryzae E. coli, P. aeruginosa ROS production, membrane damage, alteration in 

membrane permeability 

Ramalingam 

et al., 2016 

AgNPs from extracts of Cocus nucifera 

ƛƴƅǳƻǊŜǎŎŜƴŎŜ 

Vibrio alginolyticus, Klebsiella 

pneumoniae, P. aeruginosa, 

Bacillus subtilis, Plesiomonas 

shigelloides 

Interference with the molecular build-up of 

bacterial cell wall 

Mariselvam 

et al., 2014 

Table 1.2: Applications of eco-friendly NPs in antibacterial therapy. Abbreviations: NPs, nanoparticles; MDR, multidrug resistant; ROS, reactive oxygen 

species. 

 

 

Table continued on next page 
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Ag, Zn NPs extracted from Caltropis 

procera fruits or leaves 

 

V. cholerae, E. coli 

 

Inhibition of adenyl cyclase, restraining biofilm 

formation 

 

Salem et al., 

2015 

Ag, Au, AgςAu bimetallic NPs extracted 

from Plumbago zeylanica 

E.coli, Acinetobacter 

baumannii, S. aureus 

Biofilm inhibition Salunke et 

al., 2014 

Ag, Au and Ag/Au bimetallic NPs using 

Gloriosa superba leaf extract 

S. aureus, Streptococcus 

pneumoniae, K. pneumoniae, E. 

coli 

Antibiofilm activities Gopinath et 

al., 2016 

AgNPs from Rosmarinus officinalis leaf 

extracts  

B. subtilis, E. coli, P. aeruginosa, 

S. aureus 

Membrane damage Ghaedi et 

al., 2015 

AgNPs from Ficus benghalensis extract B. subtilis, E. coli, P. aeruginosa  Membrane damage  Nayak et al., 

2016 

AgNPs from Acalypha indica  extract S.aureus, E. coli, P. aeruginosa  Membrane damage Nayak et al., 

2016 

AgNPs from  Skimmia laureola leaf extract B. subtilis, E. coli, S. aureus, P. 

mirabilis 

Increase in membrane permeability, biofilm 

inhibition 

Ahmed et 

al., 2015 

AgNPs from  Delphinium denudatum  

extract 

S.aureus, E. coli, B. cereus, P. 

aeruginosa 

Analgesic activity ς mechanism of action not yet 

determined 

Suresh et 

al., 2014 

AgNPs from  Styrax benzoin extract S.aureus, E.coli Increase in membrane permeability and loss of 

cellular components 

Du et al.,  

2016 
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AgNPs from  Rosa chinensis ƅower extract V. alginolyticus, V. Minicus, V. 

parahaemolyticus 

Membrane damage Meng et al., 

2016 

AgNPs from  Caesalpinia sappan extract S. faecalis, E.coli, E. aerogenes, 

P. aeruginosa, A. niger, C. 

albican 

Novel nanobiotic  Jun et al., 

2015 

AgNPs from  Coffea arabica seed extract L. acidophilus Membrane damage Dhand et 

al., 2016 
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In conclusion, based on the information provided in the literature review section of this thesis, 

the aim of this study is to synthesize AgNPs using Bulbine frutescens gel sap extract and 

investigate their antimicrobial effects. This will be achieved by synthesizing AgNPs from leaf 

extract of B. frutescens using green chemistry. Characterizing AgNPs and investigating the 

antimicrobial activity of the AgNPs against selected sensitive and resistant pathogenic 

microbes.  
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Chapter 2: Materials and Methodology 

2.1. List of equipment, chemicals and reagents 

Equipment Supplier 

Autoclave Forma Scientific 
Benchtop centrifuge Epperndorf Centrifuge 5417R 
Dessicator Thomas Scientific, South Africa 
Field Emission TEM (Tecnai F20) FEI Company, USA 
FT-IR PerkinElmer Spectrum 400 PerkinElmer, Waltham, Massachusetts, 

U.S 

Incubator Forma Scientific 
Lamina flow Forma Scientific 
POLARstar Omega microplate reader BMG LABTECH, Germany 
Thermo mixing heating block Epperndorff, Hamberg, Germany 
Virtis Freeze Mobile 12SL (Freeze- 
dryer) 

United Scientific 

Vortex mixer (VX100) Labnet International, Inc. Woodbridge 
NJ07095, Whitehead Sceintific (Pty) Ltd 

Zetasizer Nano-ZS90 instrument ATA Scientific instruments, Taren Point, 
Australia 

Ecotherm Oven Labotec 
 
Chemicals/ Reagents 

 
Supplier 

Ampicillin Sigma-Aldrich, Schnelldorf 

Carbendazim Sigma-Aldrich, Schnelldorf 
Ethanol Merck Schuchardt, Germany 
Folin-Ciocalteu reagent Sigma-Aldrich, Schnelldorf 
Gallic acid Sigma-Aldrich, Schnelldorf 
Millipore Ultra-purified distilled water 
όмуΦн aʍ ŎƳ ŀǘ нр ɕC) 

¢ƘŜǊƳƻ {ŎƛŜƴǘƛŦƛŎϰ hȄƻƛŘϰ Σ ²ŀƭǘƘŀƳΣ 
Massachusetts 

Mueller Hinton Agar (R454082) ¢ƘŜǊƳƻ {ŎƛŜƴǘƛŦƛŎϰ hȄƻƛŘϰ Σ ²ŀƭǘƘŀƳΣ 
Massachusetts 

Mueller Hinton Broth (CM0405B) ¢ƘŜǊƳƻ {ŎƛŜƴǘƛŦƛŎϰ hȄƻƛŘϰ Σ ²ŀƭǘƘŀƳΣ 
Massachusetts 

Na2CO3 Sigma-Aldrich, Schnelldorf 
Nutrient agar Merck Schuchardt, Germany 
Nutrient broth media Merck Schuchardt, Germany 
Peptone Yeast Broth Merck Schuchardt, Germany 
Potato Dextrose Agar Merck Schuchardt, Germany 
Saubaron Dextrose Agar Merck Schuchardt, Germany 
 
Microbes 

 
Supplier 

E. coli ATCC 
F. culmorum ARC, Pretoria 
F. oxypsorum ARC, Pretoria 
F. proliferatum ARC, Pretoria 

https://en.wikipedia.org/wiki/Waltham%2C_Massachusetts
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F. verticilloides UCT, Cape Town 
K. pneuminiae ARC, Pretoria 
MRSA ATCC 
P. aeruginosa ATCC 
S. aureus ATCC 
S. epidermidis ATCC 
S. pyogenes ATCC 
 
Plastics 

 
Supplier 

0.2 µm filter membrane (GVWP) Merck Schuchardt, Germany 
15 ml and 50 ml Conical tubes SPL LifeSciences, Korea 
96-well plates Olympus 

Autoclave tape ( 3m complyTM steam 
indicator tape) 

3M Science Applied to Life, South Africa 

Cotton swabs Lasec 
Disposable capillary cuvette (DTS1070) Malvern Panalytical, United Kingdom 
Disposable cuvette (DTS0012) Malvern Panalytical, United Kingdom 
Glass wool Thermo {ŎƛŜƴǘƛŦƛŎϰ hȄƻƛŘϰ Σ ²ŀƭǘƘŀƳΣ 

Massachusetts 
Parafilm (PM-996) Bemis, USA 
Sterile loops Lasec, South Africa 

Whatman® Grade 1 Qualitative 
Filter Paper 

Merck Schuchardt, Germany 

 
Plant Material 

 
Supplier 

Bulbine frutescens plant material Cape Flats Nature Reserve, UWC 
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2.2. Preparation of B. frutescens plant extract 

B. frutescens plants were purchased from Cape Flats Nature Reserve, located at the University 

of the Western Cape in Bellville, South Africa.  

 

The leaves were picked from the stem of the plant, cleaned with damp paper towel and cut 

with a surgical blade into fine pieces. Figure 2.1 shows the cross-section of the leaves, and 

highlights the sap gel. Then, 300 g of leaves were added to 150 ml distilled-deionized water 

(ddH2O) (Millipore) and boiled slightly in a microwave until the amount of liquid within the 

beaker increased. The solid particles were separated from the liquid solution by filtration 

ǘƘǊƻǳƎƘ Ǝƭŀǎǎ ǿƻƻƭ ό¢ƘŜǊƳƻ {ŎƛŜƴǘƛŦƛŎϰ hȄƻƛŘϰΣ ²ŀƭǘƘŀƳΣ aŀǎǎŀŎƘǳǎŜǘǘǎύΦ ¢ƘŜ ǊŜƳŀƛƴƛng 

liquid represented the sap of the leaf in water. The volume of the leaf sap extract plus water 

was 356 ml. The leaf sap extract was then filtered using Whatman number 1 filter paper (Merck 

Schuchardt, Germany). The leaf sap extract was then placed in 40 ml volumes in 50 ml Greiner 

centrifuge tubes, covered with parafilm and stored at ς 80 ºC overnight. The frozen leaf sap 

extract was then freeze-dried and stored in desiccators containing activated crystals (Thomas 

Scientific, South Africa) until use.  

                 

Figure 2.1: Cross-section of B. frutescens showing gel sap of the leaves. 
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2.3. Synthesis of AgNPs in the dark and sunlight 

The preliminary method of synthesis was adapted from Vivek and colleagues (Vivek et al., 

2011). Briefly, 50 mg/ml stock of leaf sap extract was prepared from the freeze-dried material 

in deionized H2O as the medium. The original pH was 7.11. Another 50 mg/ml stock was 

prepared and the pH was adjusted to 10. Serial dilutions were prepared (25, 12.5, 6.25, 3.125, 

1.56, 0.78 mg/ml) respectively. Nine hundred µl of 1 mM AgNO3 was placed in 1.5 ml 

microcentrifuge tubes and heated for 5 minutes at 100 ºC in the mixing heating block 

(Eppendorf, Hamburg, Germany). Then 100 µl of the various extract concentrations were added 

into the various tubes and immediately covered with foil to avoid light-induced degradation or 

synthesis. The reaction mixtures were shaken at 450 rpm for nine hours at 100 ºC, and samples 

were removed every hour during the nine hours, and analyzed by Ultraviolet-visible 

spectrophotometry (POLARstar Omega microplate reader, BMG Labtech, Germany).  

 

For synthesis of AgNPs using sunlight, 50 mg/ml stock of leaf sap extract was prepared from the 

freeze-dried material in deionized H2O as the medium. The original pH was 7.11. Another 50 

mg/ml stock was prepared and the pH was adjusted to 10. Serial dilutions were prepared (25, 

12.5, 6.25, 3.125 mg/ml) respectively. Nine hundred µl of AgNO3 (0.5, 1, 2, 3, 4 and 5 mM) was 

placed in 1.5 ml microcentrifuge tubes and the reaction mixtures were placed in direct sunlight 

over six hours. Samples were taken every 15 minutes for the first hour and for the remaining 5 

hours the reading was taken at two, three and six hours. Based on data obtained by Haiss and 

colleagues, this was done to determine the optimum conditions of synthesis by fully studying 

the effect of time, pH, and concentration of extract and AgNO3 by using various extinction 

coefficients and the peak absorbance values of AgNPs (Haiss et al., 2007). The Ultraviolet-

visible (V-Vis) spectra were collected in a range of 250 - 650 nm at 1 nm increments. 

 

2.4. Determination of the Total Phenolic Content (TPC) 

The Folin-Ciocalteu (FC) reagent was used to determine the total phenolic content of B. 

frutescens (Tobwala et al., 2014). Various concentrations of neutral and pH 10 B. frutescens 

freeze-dried leaf extracts and B. frutescens-synthesized AgNPs (25 µl) were mixed with 1X FC 

reagent (125 µl), and allowed to incubate at room temperature for 20 minutes in the dark.  
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Then 125 µl of 7.5 % Na2CO3 was added and allowed to incubate at room temperature for a 

further 20 minutes in the dark. After the incubation period, the absorbance was measured at 

760 nm on a microplate reader (BMG Labtech, Germany) and the gallic acid was used as a 

standard to establish the calibration curve. The results were recorded as µg of gallic acid 

equivalents (GAE)/µg of B. frutescens dried leaf extract, and µg of gallic acid equivalents 

(GAE)/µg of B. frutescens AgNPs. The equation below was used to calculate the TPC as gallic 

acid equivalents per dried weight of extract or AgNPs: 

Ὕὖὅ 
ὋὃὉὺέὰόάὩ έὪ ὩὼὸὶὥὧὸὨὭὰόὸὭέὲ Ὢὥὧὸέὶ

Ὠὶώ ύὩὭὫὬὸ έὪ ίὥάὴὰὩ
 

 

2.5. Determination of Hydrodynamic Size, Polydispersity Index and the Zeta 

Potential measurements  

The B. frutescens-synthesized AgNPs at pH 7.11 and 10 which displayed the highest peak 

absorbance as well as uniformity based on UV-Vis analysis was subjected to centrifugation at 

10 000 rpm for 30 minutes to stop the synthesis reaction. The hydrodynamic size and 

polydispersity index (PdI) of the AgNPs was then determined in triplicate using the Malvern 

Zetasizer Nano-ZS90 instrument (ATA Scientific instruments, Taren Point, Australia) by placing a 

one ml aliquot (comprised of 30 µl AgNPs with 970 µl ddH2O) into a disposable cuvette 

(DTS0012). Based on the DLS analysis of the optimum AgNPs and their respective UV-Vis 

spectra, synthesis conditions of one AgNP was chosen as the optimum for neutral pH and pH 10 

respectively. This experiment was replicated > 3 times with the same results produced each 

time. The optimum conditions stated within this thesis can therefore be considered extremely 

accurate (p < 0.0001). The zeta potential (ZP) of the selected optimum AgNPs was then 

determined in triplicate by placing a one ml aliquot into a disposable folded capillary cell 

(DTS1070). The ZP was measured directly after synthesis, after centrifugation to stop synthesis 

reaction, and after washing steps. The measured hydrodynamic size, PdI and ZP results were 

analysed at 25 °C. The PdI gives an estimation of the average uniformity of the nanoparticles 

formed. A PdI of more than 0.5 is considered polydispersed, and a PdI of less than 0.5 is 

considered monodispersed. 
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2.6. Large scale synthesis of AgNPs 

The optimum neutral and pH 10 AgNPs were up-scaled to a volume of 50 ml and washed three 

times by centrifugation at 10 000 rpm for 30 minutes, 25 ºC, soft spin. The AgNPs were then 

tested for antibacterial and antifungal activities as described below in section 2.8.  

 

2.7. Characterization of extract and AgNPs 

The scaled-up B. frutescens-synthesized AgNPs were further characterized using High-resolution 

Transmission Electron Microscopy (HR-TEM), Zeta Potential (ZP) and Fourier-transform Infrared 

Spectroscopy (FTIR) as described below. 

2.7.1. HR-TEM analysis  

The HR-TEM micrographs were obtained using the TECNAI F20 TEM microscopic instrument. 

One drop of AgNPs in liquid suspension was placed on a nickel/copper grid which is supported 

by a thin film of amorphous carbon. The grid was then dried using xenon light before the 

analysis of the sample. Within the process of analysing AgNPs produced, electrons are shot 

through the sample at a high voltage resulting in the interaction between the sample and the 

electron beam causing a scattering discharge which changes in the electron beam. The 

interaction between the electrons and the sample causes a difference in contrast between the 

sample and the background nickel/copper grid. An image is produced which provides 

information about the morphology of the NPs (Rao and Biswas, 2009). The core diameter of the 

AgNPs was measured from the HR-TEM images using the Image J software 

(https://imagej.net/Welcome). 

2.7.2. Fourier -transformed  Infrared (FTIR) spectroscopy  

Stocks solutions (50 mg/ml) of neutral and pH 10 extracts were subjected to centrifugation at 

10 000 rpm for 30 minutes, 25 ºC, soft spin. The supernatant was decanted into a clean tube 

and the pellet was dried at 65 ºC overnight on 0.2 µm filter membrane and then subjected to 

analysis. The freeze-dried extract was analysed in its powdered form.  

 

The neutral and pH 10 AgNPs were centrifuged at 10 000 rpm for 30 minutes, 25 ºC, soft spin to 

remove unreacted AgNO3 and extract. The supernatant was carefully decanted into a clean 

https://imagej.net/Welcome
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tube, the pellet collected and resuspended in ddH2O (Millipore) where it was centrifuged again 

as described above.   

The pellet of AgNPs were then dried at 65 ºC overnight on 0.2 µm filter membrane and then 

subjected to analysis. The spectra of freeze-dried, 50 mg/ml extracts and AgNPs were recorded 

on an Attenuated Total Reflectance (ATR) sampling tool using the FTIR spectrometer 

(PerkinElmer Spectrum 400, Waltham, Massachusetts, USA). The spectra were recorded at 

room temperature using the transmission approach above the wave number range of 4000 ς 

650 cm-1 at a resolution of 4 cm-1. The respective samples were placed onto the trough crystals. 

The crystal plates were then pinned with an applied gauge of 65 - 70.  

 

The IR beam was directed onto the optically dense crystal with a high refractive index at a 

certain angle. In regions of the IR spectrum where the sample absorbs energy, the evanescent 

wave was attenuated. The attenuated beam thus returned to the crystal, then exited the 

opposite end of the crystal and was directed to the detector in the IR spectrometer. The 

detector then recorded the attenuated IR beam as an interferogram signal, which was then 

used to generate an IR spectrum. The IR spectrum baseline was corrected, smoothened and 

absorption expansion (Abex) was applied to enhance the detection of the peaks.  The apparatus 

was cleaned with 100 % ethanol and ddH2O before reading the next sample. The sample peaks 

were labelled and then superimposed on one graph using the FTIR analysis software. 

 

2.8. Determination of antibacterial activity using agar well-diffusion assay 

The antimicrobial activities of B. frutescens-synthesized AgNPs and B. frutescens leaf extracts 

were tested by agar well-diffusion method against seven pathogenic bacterial strains and four 

fungal strains. The bacterial and fungal strains used within this thesis are indicated in Table 2.1. 

The same AgNP concentrations were used for both antibacterial and antifungal studies as 

indicated in Table 2.2. The AgNPs used for antimicrobial studies were washed with ddH2O by 

centrifuging the AgNPs at soft spin, 25 ºC, 10 000 rpm for 30 minutes for the removal of any 

access AgNO3 and extract. AgNPs were resuspended in 100 µl of ddH2O. The experiment was 

repeated in triplicate for antibacterial and antifungal studies. 
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Bacteria were individually plated on NA (Nutrient Agar, Merck Schuchardt) using the quadrant 

streak technique to isolate individual bacterial colonies. The bacteria were incubated at 37 ºC 

for 24 hours.  

 

Inoculum suspension was prepared for each individual bacterium in MHB (Mueller-Hinton 

Broth, Sigma Aldrich) and grown at 37 ºC in a shaking incubator until a 0.5 MacFarland standard 

was reached (1 x 108 CFU/ml). The spectrophotometer absorbance (0.08 ς 0.1) reading was 

measured using the plate reader (POLARstar Omega microplate reader, BMG Labtech, 

Germany). 5 x 105 CFU/ml of each bacterial strain was spread onto NA plates using a sterile 

cotton swab. Seven wells of 6 mm diameter were created using a gel puncher. Fifty µl of five 

different concentrations of AgNPs and extracts, shown in Table 2.2, were added separately to 

each well. 50 µl of 0.1 mg/ml Ampicillin stock (which gives 5 µg ampicillin) and MHB were 

added to the remaining wells as positive and negative controls, respectively. The agar plates 

were allowed to dry for approximately 15 minutes at 4 ºC. The agar plates were then inverted, 

to allow for the diffusion of the samples through the agar, and incubated at 37 ºC for 16 ς 24 

hours. Zones of inhibition were measured by using a calliper. Antimicrobial effects of extracts 

and AgNPs were indicated by the formation of a clear zone around the well/s.  

 

For anti-fungal analysis SDA (Saubaron Dextrose Agar, Merck Schuchardt) and PDA (Peptone 

Yeast, Merck Schuchardt) plates were prepared and the fungi was sub-cultured and grown at  

25 ºC for 3 ς 5 days. On a clean SDA / PDA plate, six 6 mm diameter wells were created using a 

gel puncher. A plug of the fungal strain from sub-cultured plate was inserted in the centre of 

the plate. Fifty µl of five different concentrations of AgNPs were added to each well. Fifty µl of 

five different concentrations of AgNPs were added to each well. Fifty µl of 0.3 g/l carbendazim 

anti-fungal compound was added as a positive control. Fifty µl of 100% ethanol was added as a 

positive control. The agar plates were allowed to dry for approximately 15 minutes at 4 ºC. The 

agar plates were then inverted and incubated at 25 ºC for 3 ς 5 days until a zone of clearance 

was visualised. The results were obtained by measuring the diameter of the zone of inhibition 

using a calliper. 
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Table 2.1: Details of microorganisms within this study. 

 

Microorganism ATCC number Media plated 

   

Staphylococcus aureus 25923 Nutrient agar 

Staphylococcus epidermidis 12.228 Nutrient agar 

Staphylococcus pyogenes  Nutrient agar 

Escherichia coli 35218 Nutrient agar 

Klebsiella pneumonia 13883 Nutrient agar 

Methicillin-resistant Staphylococcus aureus (MRSA) 33591 Nutrient agar 

Pseudomonas aeruginosa 27853 Nutrient agar 

Fusarium culmorum PPRI 10138 SDA/PDA agar 

Fusarium oxysporum PPRI 19027 SDA/PDA agar 

Fusarium proliferatum MRC 2059 SDA/PDA agar 

Fusarium  verticilloides MRC 826 SDA/PDA agar 
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Table 2.2: Sample concentrations for antimicrobial activity analysis. Abbreviations: [mg/ml] ς 

concentration in mg/ml. 

 

The concentrations indicated in table 2.2 reflect the concentration of the AgNPs after synthesis 

and the purification process. The concentrations were not adjusted for antimicrobial analysis. 

 

2.9. Broth microdilution method for determining the minimum inhibitory 

concentration (MIC) 

Bacteria were individually plated on NA (Nutrient Agar, Merck Schuchardt) using the quadrant 

streak technique to isolate individual bacterial colonies. The bacteria were incubated at 37 ºC 

for 24 hours. Inoculum suspension was prepared for each individual bacterium in MHB 

(Mueller-Hinton Broth, Sigma Aldrich) and grown at 37 ºC in a shaking incubator until a 0.5 

MacFarland standard was reached (1 x 108 CFU/ml). The spectrophotometer absorbance (0.08 ς 

0.1) reading was measured using the plate reader (POLARstar Omega microplate reader, BMG 

Labtech, Germany). 5 x 105 CFU/ml of each bacterial strain was placed into each well of a 96 

well microtiter plate. A two-fold serial dilution of both neutral pH and pH 10 AgNPs were 

performed with fresh nutrient broth in microcentrifuge tubes prior to transferring into the 96 

well microtiter plate. Positive and negative controls were prepared and placed in the 96 well 

microtiter plates. The plate was then incubated at 37 ºC for 24 hours in an ambient air 

incubator.  

 [Extract] mg/ml [NP] mg/ml 

Neutral pH (7.11) 50                   0.6 

 25                   0.3 
 12.5                   0.15 
 6.25 0.075 
 3.125 0.0375 
 1.56 0.01875 
 0.78 0.09375 

pH 10 50 0.47 
 25 0.235 
 12.5 0.1175 
 6.25 0.05875 
 3.125 0.029375 
 1.56 0.0147 
 0.78 0.0074 
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The percentage of growth reduction was observed at the 1, 2, 3, 4th, 5th, 6th, 20th, 24th hour mark 

by the turbidity of the suspension and measuring the absorbance at 450 nm using the plate 

reader. The turbidity is directly proportional to bacterial growth. Ten µl of Alamar Blue was 

placed in each well, covered in foil as Alamar Blue is sensitive to light and placed in ambient air 

incubator. The microtiter plate was incubated for 4 hours and the fluorescence and absorbance 

was measured every hour using the plate reader as the Alamar Blue reagent reacts differently 

with different microorganisms. The fluorescence was read at 530-560 nm excitation 

wavelengths and 590 nm emission wavelength. The absorbance was read at 600 nm and 630 

nm reference wavelengths. Growth curves were plotted to observe inhibitory effects of neutral 

pH and pH 10 AgNPs against various bacterial strains over a period of 24 hours.  
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Chapter 3: Results and Discussion  

 

Introduction 

The present inǾŜǎǘƛƎŀǘƛƻƴ ŜƴǘƛǘƭŜŘ άGreen synthesis of silver nanoparticles (AgNPs) from 

Bulbine frutescens leaf sap extract and investigating their antimicrobial effectsέ ǿŀǎ 

conducted to study the green synthesis of AgNPs by reduction of Ag+ ions using the sap extract 

of leaves of B. frutescens at various reaction conditions. The various outcomes during the 

course of investigation portrayed in the form of different tables and figures, are described and 

discussed in this chapter.  

 

 

3.1. The effects of different parameters on the green synthesis of AgNPs in the 

dark  

 

3.1.1. Effect of time and reducing agent concentration 

During the experiment the colour intensified as the reaction time progressed. The solution 

changed from colourless to a yellow-orange-brown colour development, indicating the 

formation of AgNPs. At lower concentrations of extract the reaction mixture took much longer 

to change from colourless to yellow-orange-brown; whereas in the higher concentrations the 

reaction mixture colour developed much faster into a yellow-orange-brown. After 1 hour of 

synthesis silver particle aggregates were found at the bottom of the microcentrifuge tubes. 

 

3.1.2. The effect of stirring on AgNP synthesis 

The constant stirring of AgNPs at 450 rpm resulted in the solution forming a more distinct and 

darker shade of brown and with extended time, flakes of silver were visible within the reaction 

mixtures. Prolonged stirring increased the probability of collision between particles which 

ultimately led to aggregation. This can be seen by the shoulder created at lower concentrations 

of extract (figure 3.1 and figure 3.2). The Surface Plasmon Resonance (SPR) also became wider 

and started shifting towards longer wavelengths when stirring was extended. Longer stirring 

time also allows for nucleation to occur over an extended period of time.  
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The growth processes are occurring at different rates indicating that there is variation for nuclei 

formed at different reaction times (Noginov et al., 2007). The effect of pH 10 and neutral pH 

(7.11) showed that the reaction mixtures with neutral pH extract exhibited a lighter and pale 

yellow colour which later transgressed into a darker brown colour development. 

Figure 3.1 and 3.2 indicate the UV-visible spectra of AgNPs synthesized at neutral pH and pH 10 

over a period of 9 hours in the dark. From the obtained results, it is evident that AgNPs are 

synthesized at all extract concentrations. The UV-Vis spectra show the sharp peaks produced 

within a range of 390 to 430 nm. It is known that AgNPs synthesized at higher temperatures, in 

this case 100 ºC, are smaller in size. A shoulder was also created at 1.56 and 0.78 mg/ml for 

neutral pH (7.11) AgNPs; and for pH 10 AgNPs a shoulder is created the 8th hour of synthesis 

for 6.25 mg/ml, indicating that any AgNPs synthesized after the 8th hour is not suitable for 

application based work. A shoulder is also created at pH 10 AgNPs at an extract concentration 

of 3.125, 1.56, and 0.78 mg/ml. From the results illustrated in figure 3.1 and 3.2 it is evident 

that higher concentrations of extract were suitable for synthesis at 100 ºC in the dark. 

 

From the time dependent graph in figure 3.3 it is evident that the reducing agent is still not 

depleted after 9 hours of synthesis because as the time duration increases, the AgNP synthesis 

also increased and never reached a plateau, which would have indicated depletion of either 

AgNO3 or extract. The sediment found at the bottom of the Eppendorf could potentially be due 

to agglomeration of AgNPs with longer exposure to high temperatures. Based on the UV-Vis 

spectra and time dependent course graph, it was evident that the optimum extract 

concentration lies between 12.5 and 6.25 mg/ml for the neutral pH (7.11) extract for 

synthesizing AgNPs with 1 mM AgNO3, and 12.5 mg/ml pH 10 extract is suitable for synthesizing 

AgNPs with 1 mM AgNO3. 

 

Unfortunately, the results of these experiments could not be replicated due to unknown 

factors. Various reaction parameters including temperatures at 37, 50, 70 and 80 ºC, and mixing 

heating blocks were investigated. However, no AgNPs were synthesized. It was thus decided 

that synthesizing AgNPs in sunlight could be an alternative for the progress of this project. 
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Figure 3.1: UV-Vis spectra of neutral pH (7.11) AgNPs synthesized with 1mM AgNO3 at various B. frutescens leaf extract concentrations over a 

period of 9 hours at 100 ºC in the dark. (A) 50 mg/ml (B) 25 mg/ml (C) 12.5 mg/ml (D) 6.25 mg/ml (E) 3.125 mg/ml (F) 1.56 mg/ml (G) 0.78 mg/ml  
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Figure 3.2: UV-Vis spectra of pH 10 AgNPs synthesized with 1 mM AgNO3 at various B. frutescens leaf extract concentrations over a period of 

9 hours at 100  ºC in the dark. (A) 50 mg/ml (B) 25 mg/ml (C) 12.5 mg/ml (D) 6.25 mg/ml (E) 3.125 mg/ml (F) 1.56 mg/ml (G) 0.78 mg/ml 
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Figure 3.3: Effect of time on AgNP formation at various B. frutescens leaf extract concentrations over a period of 9 hours at 100 ºC in the dark.  

(A) neutral pH  (7.11) AgNPs (B) pH 10 AgNPs  



                                                                    55 
 

3.1.3. The effect of time on AgNP synthesis using sunlight 

Figure 3.4 displays the colour change of reaction mixture of synthesis in direct sunlight over a 

period of 60 minutes. A colour change is immediately visualised after placing the AgNPs in 

direct sunlight. The colour of the reactions containing higher concentrations of B. frutescens 

extract changed from a pale yellow to dark brown within 15 minutes. The extract control and 

AgNO3 control was unaffected by the direct sunlight and displayed no colour change. The 

colour of the AgNPs intensified as the reaction time increased. After 60 minutes of synthesis, 

the NP solution turned grey to a milky consistency and the silver aggregates were found at the 

bottom of the microcentrifuge tube.  
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Figure 3.4: Visible colour change of reaction mixture after 60 minutes of synthesis in direct sunlight. 
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It was observed in the time-dependent course over a six hour period (figure 3.5 - 3.7) that 

the colour of the reaction increased within proportion to the reaction time until +/- 60 

minutes after which the absorbance decreased. UV-Vis analysis confirms that there is a 

correlation between the colour development and the absorbance exhibited by the 

synthesized AgNPs. As the absorbance increased the colour intensity increased. However, as 

soon as the reaction colour turns grey to a milky consistency the absorbance decreases. The 

extract on its own already has a yellowish brown colour. The extract control and AgNO3 

control was unaffected by the direct sunlight and did not show any visible UV-Vis spectra, 

ruling out the possibility that the SPRs formed at various conditions are due to AgNO3 or the 

extract. This colour change intensified to reddish brown colour when Ag+ ions were reduced 

to Ag0. This finding is corroborated by Noginov and colleagues as the same result was 

observed (Noginov et al., 2007).  
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Figure 3.5: Effect of time on AgNP formation at various B. frutescens leaf extract concentrations over a period of 6 hours in direct sunlight 

at various extract and AgNO3concentrations. (A) 0.5 mM AgNO3 neutral pH AgNPs (B) 0.5 mM AgNO3 pH10 AgNPs (C) 1 mM AgNO3 neutral 

pH AgNPs (D) 1 mM AgNO3 pH10 AgNPs  
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Figure 3.6: Effect of time on AgNP formation at various B. frutescens leaf extract concentrations over a period of 6 hours in direct 

sunlight at various extract and AgNO3 concentrations. (A) 2 mM AgNO3 neutral pH AgNPs (B) 2 mM AgNO3 pH10 AgNPs (C) 3 mM AgNO3 

neutral pH AgNPs (D) 3 mM AgNO3 pH10 AgNPs  
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Figure 3.7: Effect of time on AgNP formation at various B. frutescens leaf extract concentrations over a period of 6 hours in direct 

sunlight at various extract and AgNO3 concentrations.  (A) 4 mM AgNO3 neutral pH AgNPs (B) 4 mM AgNO3 pH10 AgNPs (C) 5 mM AgNO3 

neutral pH AgNPs (D) 5 mM AgNO3 pH10 AgNPs  
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Figure 3.8 and 3.9 represents the UV-Vis spectra of neutral pH (7.11) and pH 10 AgNPs with 

0.5 mM AgNO3 at various B. frutescens leaf extract concentrations over a period of 6 hours in 

direct sunlight. From the results, it is evident that AgNPs are synthesized at all extract 

concentrations with 0.5 mM AgNO3 except at 50 mg/ml extract. This can be attributed to the 

fact that the ratio of plant extract to AgNO3 is much larger for the reduction process to occur. 

A shoulder was created in the nucleation phase of synthesis which could possibly be an 

indication of another peak being formed. Both AgNPs synthesis with 25 mg/ml of extract 

were complete after 15 minutes. The synthesis of AgNPs using 12.5 and 6.25 mg/ml extract is 

complete after 45 minutes. And the reaction was complete after 60 minutes for 3.125 mg/ml.  
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Figure 3.8: UV-Vis spectra of neutral pH (7.11) AgNPs synthesized with 0.5 mM AgNO3 at various B. frutescens leaf extract concentrations over  

a period of 6 hours in direct sunlight. (A) 50 mg/ml (B) 25 mg/ml (C) 12.5 mg/ml (D) 6.25 mg/ml (E) 3.125 mg/ml 
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Figure 3.9: UV-Vis spectra of pH 10 AgNPs synthesized with 0.5 mM AgNO3 at various B. frutescens leaf extract concentrations over a period of 

6 hours in direct sunlight. (A) 50 mg/ml (B) 25 mg/ml (C) 12.5 mg/ml (D) 6.25 mg/ml (E) 3.125 mg/ml 
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Figure 3.10 and 3.11 represents the UV-Vis spectra of neutral pH (7.11) and pH 10 AgNPs with 

1 mM AgNO3 at various B. frutescens leaf extract concentrations over a period of 6 hours in 

direct sunlight. AgNPs were formed at all extract concentrations with 1 mM AgNO3. Neutral 

ǇIΩŘ !Ǝbtǎ ŀǘ ŀƴ ŜȄǘǊŀŎǘ ŎƻƴŎŜƴǘǊŀǘƛƻƴ ƻŦ оΦмнр ƳƎκƳƭ ǇǊƻŘǳŎŜŘ ƳǳŎƘ ǎƳŀƭƭŜǊ ŀƴŘ ƳƻǊŜ 

uniformed peaks with a higher absorbance compared to pH 10 AgNPs. The reaction was 

complete in 45 minutes for 50 mg/ml of extract for both AgNPs. The reaction is complete 

ŀŦǘŜǊ сл ƳƛƴǳǘŜǎ ŦƻǊ ŜȄǘǊŀŎǘ ŎƻƴŎŜƴǘǊŀǘƛƻƴǎ нрΣ мнΦр ŀƴŘ сΦнр ƳƎκƳƭ ŦƻǊ ƴŜǳǘǊŀƭ ǇIΩŘ !ƎbtǎΦ 

The reaction was complete for pH 10 AgNPs after 45 minutes for 50 and 12.5 mg/ml, 60 

minutes for 25 and 6.25 mg/ml. The reaction was complete for both AgNPs at 3.125 mg/ml 

extract concentration after 15 minutes. 
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Figure 3.10: UV-Vis spectra of neutral pH AgNPs synthesized with 1 mM AgNO3 at various B. frutescens leaf extract concentrations over a 

period of 6 hours in direct sunlight. (A) 50 mg/ml (B) 25 mg/ml (C) 12.5 mg/ml (D) 6.25 mg/ml (E) 3.125 mg/ml 
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Figure 3.11: UV-Vis spectra of pH 10 AgNPs synthesized with 1 mM AgNO3 at various B. frutescens leaf extract concentrations over a 

period of 6 hours in direct sunlight. (A) 50 mg/ml (B) 25 mg/ml (C) 12.5 mg/ml (D) 6.25 mg/ml (E) 3.125 mg/ml 
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Figure 3.12 and 3.13 represents the UV-Vis spectra of neutral pH (7.11) and pH 10 AgNPs with 

2 mM AgNO3 at various B. frutescens leaf extract concentrations over a period of 6 hours in 

ŘƛǊŜŎǘ ǎǳƴƭƛƎƘǘΦ ¢ƘŜ ǊŜŀŎǘƛƻƴ ŦƻǊ ƴŜǳǘǊŀƭ ǇIΩŘ !Ǝbtǎ ƛǎ ŎƻƳǇƭŜǘŜ ŦƻǊ рл ŀƴŘ нр ƳƎκƳƭ ŀŦǘŜǊ 

120 minutes (2 hours) of synthesis, 15 minutes for 12.5 and 3.125 mg/ml, and 60 minutes for 

6.25 mg/ml. The reaction is complete for pH 10 AgNPs after 15 minutes for 50 and 6.25 

mg/ml, 120 minutes for 25 mg/ml, and 45 minutes for 12.5 and 3.125 mg/ml.
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Figure 3.12: UV-Vis spectra of neutral pH AgNPs synthesized with 2 mM AgNO3 at various B. frutescens leaf extract concentrations  

over a period of 6 hours in direct sunlight. (A) 50 mg/ml (B) 25 mg/ml (C) 12.5 mg/ml (D) 6.25 mg/ml (E) 3.125 mg/ml 
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Figure 3.13: UV-Vis spectra of pH 10 AgNPs synthesized with 2 mM AgNO3 at various B. frutescens leaf extract concentrations over 

 a period of 6 hours in direct sunlight. (A) 50 mg/ml (B) 25 mg/ml (C) 12.5 mg/ml (D) 6.25 mg/ml (E) 3.125 mg/ml 
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Figure 3.14 and 3.15 represents the UV-Vis spectra of neutral pH (7.11) and pH 10 AgNPs with 

3 mM AgNO3 at various B. frutescens leaf extract concentrations over a period of 6 hours in 

direct ǎǳƴƭƛƎƘǘΦ ¢ƘŜ ǊŜŀŎǘƛƻƴ ŦƻǊ ƴŜǳǘǊŀƭ ǇIΩŘ !Ǝbtǎ ƛǎ ŎƻƳǇƭŜǘŜ ŦƻǊ рлΣ нр ŀƴŘ м2.5 mg/ml 

after 45 minutes, for 3.125 and 6.25 mg/ml after 60 minutes of synthesis. The reaction is 

complete for pH 10 AgNPs after 45 minutes of synthesis for 50, 25 and 6.25 mg/ml of extract, 

60 minutes for 12.5 mg/ml, and no AgNPs was produced at 3.125 mg/ml extract 

concentration for pH 10 AgNPs. 
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Figure 3.14: UV-Vis spectra of neutral pH (7.11) AgNPs synthesized with 3 mM AgNO3 at various B. frutescens leaf extract concentrations 

over a period of 6 hours in direct sunlight. (A) 50 mg/ml (B) 25 mg/ml (C) 12.5 mg/ml (D) 6.25 mg/ml (E) 3.125 mg/ml 
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Figure 3.15: UV-Vis spectra of pH 10 AgNPs synthesized with 3 mM AgNO3 at various B. frutescens leaf extract concentrations over a period of 6 hours in 

direct sunlight. (A) 50 mg/ml (B) 25 mg/ml (C) 12.5 mg/ml (D) 6.25 mg/ml (E) 3.125 mg/ml 
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Figure 3.16 and 3.17 represents the UV-Vis spectra of neutral pH (7.11) and pH 10 AgNPs with 

4 mM AgNO3 at various B. frutescens leaf extract concentrations over a period of 6 hours in 

ŘƛǊŜŎǘ ǎǳƴƭƛƎƘǘΦ ¢ƘŜ ǊŜŀŎǘƛƻƴ ŦƻǊ ƴŜǳǘǊŀƭ ǇIΩŘ !Ǝbtǎ ƛǎ ŎƻƳǇƭŜǘŜ ŦƻǊ рл ƳƎκƳƭ ŀŦǘŜǊ пр 

minutes of synthesis, 60 minutes for 25 and 12.5 mg/ml, and 15 minutes for 6.25 and 3,125 

mg/ml of synthesis. The reaction is complete for pH 10 AgNPs after 30 minutes of synthesis 

for 50, 12.5 and 3.125 mg/ml of extract, 120 minutes (2 hours) for 25 mg/ml, and 15 minutes 

for 6.25 mg/ml. The AgNPs produced at pH 10 3.125 mg/ml are very broad and can therefore 

be excluded as potential candidates for therapeutic based application work. 
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Figure 3.16: UV-Vis spectra of neutral pH (7.11) AgNPs synthesized with 4 mM AgNO3 at various B. frutescens leaf extract concentrations  

over a period of 6 hours in direct sunlight. (A) 50 mg/ml (B) 25 mg/ml (C) 12.5 mg/ml (D) 6.25 mg/ml (E) 3.125 mg/ml 
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Figure 3.17: UV-Vis spectra of pH 10 AgNPs synthesized with 4 mM AgNO3 at various B. frutescens leaf extract concentrations over  

a period of 6 hours in direct sunlight. (A) 50 mg/ml (B) 25 mg/ml (C) 12.5 mg/ml (D) 6.25 mg/ml (E) 3.125 mg/ml 
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Figure 3.18 represents the UV-Vis spectra of pH 10 AgNPs with 5mM AgNO3 and 50 mg/ml B. 

frutescens extract after 45 minutes of synthesis. AgNPs were only produced at 50 mg/ml 

extract after 45 minutes of synthesis for pH 10. All other concentrations (25, 12.5, 6.25, and 

3.125 mg/ml) of pH 10 extract produced no AgNPs. From the results obtained no AgNPs are 

ǇǊƻŘǳŎŜŘ ǿƛǘƘ ƴŜǳǘǊŀƭ ǇIΩŘ ŜȄǘǊŀŎǘ (data not shown).  

 

Figure 3.18: UV-Vis spectra of pH 10 AgNPs synthesized with 5 mM AgNO3 and 50 mg/ml B. frutescens leaf 

extract concentration after 45 minutes of synthesis in direct sunlight. 
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It is well known  that  AgNPs  possess  characteristic  absorbance  peak  between  390   nm  to  

450 nm (Xu and Kall, 2002). In this study there has been no rise in the peak above this range. 

There are no peaks that have shifted below this range during the time period of 6 hours 

which gives a clear indication that the nano solution has no other impurities, organic species 

or even solvents. 

 

The shift observed within the absorption peak is highly indicative of the size, morphology, 

quantity and NPs natural growth formation which is further explained using DLS and ZP 

analysis. The difference in the morphology of the NPs synthesised may be the possible reason 

for the difference in optical properties presented within the UV-±ƛǎ ǎǇŜŎǘǊŀΩǎ ƻōǘŀƛƴŜŘ ŀǘ ǘƘŜ 

various extract and AgNO3 concentrations (Xu and Kall, 2002). 

 

The collective oscillation of electrons of the AgNPs produced are in resonance with the light 

wave bringing to the fore a unique SPR absorption band which is also the origin of the 

observable colour change over a time period. When a particular wavelength is matched to 

the size of NPs dipole, oscillation is generated (Henglein, 1993; Link and El-Sayed, 2003).This 

is in alignment with previous research conducted which shows that in the compensated form 

of the induced polarization, the electrons in the NPs resonate, introducing a strong 

absorption (Huang et al.,   1996), (Moskovits and Vickova, 2005; Mulvaney, 1996). The SPR 

broadens over a period of time due to electron surface scattering which can potentially 

enhance small aggregates (Link and El-Sayed, 2003). 
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3.1.4. The effect of temperature on AgNP synthesis  

Temperature plays a vital role in the control of the nucleation of the AgNPs fabrication. In this 

study one can conclude that sunlight produced better AgNPs in comparison to synthesis in the 

dark at various temperatures on shaking heating blocks in the laboratory. Under controlled 

settings in the laboratory, the reaction mixture failed to show any visible colour change. These 

findings were similar to those published in the literature (Rastogi and Arunachalam, 2011; 

Rajoriya et al., 2016). The characteristic absorbance for AgNPs was recorded at different 

temperatures (37, 50, 70, 80 and 100 ºC) in the dark and no AgNPs were synthesized at any of 

these temperatures. NPs were only synthesized between 25 ς 28 ºC in direct sunlight. 

Temperatures above 28 ºC resulted in aggregation and retardation of the secondary reduction 

process. This could be attributed to the photosensitization of molecules present in the B. 

frutescens extract. 

 

It has been observed that there should be direct sunlight, 0 % cloud cover with a UV-index 

between 7 and 10, and humidity of above 40 % for the synthesis of AgNPs that fall within the 

size range of 1- 100 nm, and visible SPR between of 300 ς 650 nm and low PdI. This study has 

shown that the NP size is dependent on the light exposure. The higher absorption will display a 

greater reduction resulting in smaller AgNPs whereas less light absorption will result in a lower 

reduction rate leading to larger size AgNPs.  
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3.1.5. The effect of AgNO3 and extract concentration on the size distribution and 

uniformity of AgNPs  

The optimum neutral and pH 10 AgNPs were selected by looking at the UV-Vis spectra of the 

individual AgNO3 concentrations with various extract concentrations. The most uniform peaks 

which fall within a UV-visible range of 390 ς 450 nm were chosen. This is illustrated in figure 

3.19 and 3.20. 
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