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We report on the synthesis of tin oxide (SnO
2
) nanowires by a chemical vapor deposition (CVD) process. Commercially bought

SnO nanopowders were vaporized at 1050∘C for 30 minutes with argon gas continuously passing through the system. The as-
synthesized products were characterized using UV-visible absorption spectroscopy, X-ray diffraction (XRD), scanning electron
microscopy (SEM), and high-resolution transmission electron microscopy (HRTEM). The band gap of the nanowires determined
from UV-visible absorption was around 3.7 eV. The SEM micrographs revealed “wool-like” structure which contains nanoribbons
and nanowires with liquid droplets at the tips. Nanowires typically have diameter in the range of 50–200 nm and length 10–100 𝜇m.
These nanowires followed the vapor-liquid-solid (VLS) growth mechanism.

1. Introduction

One-dimensional (1D)metal oxides semiconductor nanoma-
terials have attracted great interest as CO gas sensors due to
their novel electronic and optical properties in nanodevices
and because of their active sites to adsorb gas molecules and
catalytic reactions [1–7]. These sensors play an essential role
in the fields of industrial processing, environmental protec-
tion, and medical treatment. However, many problems need
to be solved to further improve the selectivity, sensitivity,
and stability of the sensors. Among them SnO

2
, an n-type

semiconductorwith awide direct band gap energy of 3.6 eV, is
a particularmaterial of interest because of its unique electrical
properties, optical properties, small size, high sensitivity,
good chemical stability, high electron mobility, fast response,
and recovery speed [4, 8–10]. Tin oxide thin films find the
best use in chemical sensorswhich are commercially available
for detecting fuel gas, carbon monoxide, combustible gases,
ammonia, water vapour, and numerous other gases and
vapors [11].

Due to the enhanced surface-to-volume ratio of 1D struc-
tures, tin oxide nanowires have been shown to have excellent
sensing performance which is comparable to or even better
than the thin film sensors [12–14]. These structures with a
high aspect ratio (i.e., size confinement in two coordinates)
offer better crystallinity, higher integration density, and lower
power consumption [15]. It has been reported by several
authors that the performances of gas sensors can be enhanced
by increasing the specific surface area by way of achieving
nanoparticles [16, 17] and by incorporation of noble metals
[18], such as platinum or gold. SnO

2
nanowires have been

synthesized by different methods, such as laser ablation [19],
solution [20], template-based method [21], chemical vapor
deposition [22], and thermal evaporation [23]. In the last year,
a great effort has been put into understanding and controlling
the growth process for the preparation of high quality quasi
one-dimensional nanostructures. In this study, we report
on the self-catalytic growth of SnO

2
nanowires using a

chemical vapor deposition process.The optical and structural
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properties of the as-grown nanowires at room temperature
are also studied.

2. Experimental Details

Tin oxide nanowires were grown on a silicon substrate and at
the end of the tube by a CVDprocess using about one gram of
monotin oxide (SnO) (purity 90%) at a growth temperature
of 1050∘C.The SnOwas placed into a quartz boat and inserted
into the centre of a quartz tube (radius = 5 cm, length= 20 cm)
at a distance of about 1-2 cm from the Si substrate.The furnace
temperature was increased from room temperature (25∘C)
to 1050∘C for 30min. The annealing was made in an argon
atmosphere at atmospheric pressure. After cooling down, a
fluffy layer of deposition could be collected from inside the
tube wall ends in the lower end temperature zone or on the
Silicon substrate.

UV-visible absorption measurements were carried out
on the SnO nanopowders and the SnO

2
nanowires using a

Perkin Elmer spectrophotometer in a range between 200 and
900 nm. The morphology of the product was examined by
field-emission scanning electron microscopy (Auriga Zeiss
SEM) with a beam energy of 3 keV. The crystal structure of
the as-synthesized product was analysed by X-ray diffraction
(XRD) analysis using a Phillips X-ray diffractometer. A
high-resolution transmission electronmicroscope (HRTEM-
JEOL-2000) was used to examine the internal structure of
the as-synthesized product. The chemical compositions were
determined using an energy dispersive X-ray spectrometer
(EDS) attached to the HRTEM instrument.

3. Results and Discussion

The optical band gap of commercially bought SnO and SnO
2

nanowires was investigated using the UV-visible absorption
spectrometer. Figure 1 shows the UV-vis spectra of the
commercially bought SnO powder and as-synthesized SnO

2

nanowires at 1050∘C for 30min in argon gas. Both samples
were dissolved in isopropanol for UV-vis analysis. A weak
band edge absorption in the spectrum is observed around the
375 nm wavelength. The optical transition of SnO

2
crystals

is known to be a direct type [24], where the absorption
coefficient 𝛼 can be expressed as [25]

(𝛼ℎ])
2
∝ (ℎ] − 𝐸

𝑔
) , (1)

where ℎ] is the photon energy,𝐸
𝑔
is the apparent optical band

gap, and 𝛼 is the absorption coefficient. Plots of (𝛼ℎ])2 versus
ℎ] can be derived from the absorption data in Figure 1 as
shown in the inset. Therefore, the band gap can be obtained
by extrapolation of the previous relation in the inset of
Figure 1. The intercept of the tangent to the plot gives a good
approximation of the band gap energy of direct band gap
materials. The calculated energy band gap values are ∼3.7 eV
for SnO

2
nanowires and ∼3.64 eV for commercially bought

SnOpowder, respectively.These values are slightly larger than
that of bulk SnO

2
(3.62 eV) and might be due to the quantum

size effect [26–28].

Table 1: Quantitative analysis of the SnO2 nanowires.

Element Atomic% Weight%
O 64.53- 20.78-
Sn 30.42 ± 0.27 72.68 ± 0.64

Cu 2.71 ± 0.21 3.47 ± 0.27

Zn 2.33 ± 0.27 3.07 ± 0.36

Figure 2 shows the scanning electron microscopy (SEM)
micrographs of Figure 2(a) commercially bought SnO pow-
der and Figures 2(b) and 2(c) fluffy gray SnO

2
product that

was collected on the wall of the inner quartz tube after
it was synthesized at a growth temperature of 1050∘C for
30min. It is evident that the as-synthesized products are
dominated by “wire-like” structures whose diameter varies
from 50 to 200 nm. The length of the wires ranges from
several tens to several hundredmicrometers. Figures 3(a) and
3(b) show high magnification images of the nanowires. It is
observed that spherical particles are attached to the ends of
the nanowires. Energy-dispersive X-ray spectroscopy (EDS)
analysis (Figure 4 and Table 1) extracted at four different
spots showed that the tip of the nanowires consists of tin
(Sn) and oxygen (O) only. The Cu and Zn peaks present
in the EDS spectra are from the brass stubs used in the
sample preparation. The result reveals that the products are
the coexistence of Sn andOwith amolar ratio of 33.21 : 66.64,
which is consistent with the composition of SnO

2
and is in

good agreement with the XRD results (Figure 5).
The X-ray diffraction analyses of the tin oxide precursor

were carried out as shown in Figure 5(a). All the diffraction
peaks can be attributed to the tetragonal tin oxide (SnO)
(JCPDS 006-0395), with lattice constants of 𝑎 = 𝑏 = 3.802 Å
and 𝑐 = 4.836 Å. Figure 5(b) shows the X-ray diffraction
pattern for the synthesized tin oxide nanowires and ribbons.
From the diffraction patterns, the as-synthesized SnO

2

nanowires have a good crystallinity with the tetragonal tin
oxide SnO

2
structure. The structure of the nanowires was

further characterized by transmission electron microscopy
and selected area electron diffraction (SAED) patterns.
Figures 6(a) and 6(b) show a low and high magnification
TEM image of a single SnO

2
nanowire, respectively,

with uniform diameter. It is evident that the diameter of
nanowires/nanobelts varies from 50 to 200 nm with a few
Sn droplets on the nanowires. The observed tip morphology
on top of the SnO

2
nanowires is consistent with the SEM

analysis. The SAED pattern of the tip and the tail of the
nanowires are shown in Figures 6(c) and 6(d), respectively.
The patterns clearly confirm the polycrystalline nature of the
nanowires. It should be pointed out that nometal catalyst was
used during the growth of the nanowires. Therefore, based
on these findings, we can conclude that the SnO

2
nanowires

follow the vapor liquid-solid (VLS) growth mechanism.
The growth mechanism of nanowires in thermal evap-

oration [29] can be explained by either vapour-liquid-solid
(VLS) [30] and or vapour-solid (VS) [31]. Vapor-liquid-solid
(VLS)mechanism is a catalyst-assisted growth process, where
metal nanoclusters or nanoparticles are used as the nucle-
ation seeds. These nucleation seeds determine the interfacial
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Figure 1: UV-visible absorption spectra of commercially bought SnO powder and SnO
2
nanowires.The inset shows the (𝛼ℎ])2 versus photon

energy curve.
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Figure 2: SEM micrographs of (a) pure commercially bought SnO powders and (b) and (c) SnO
2
nanowire networks synthesized at 1050∘C

for 30min.
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Figure 3: (a) SEM images of the synthesized SnO
2
nanowires and (b) a high magnification image of a single nanowire with a tip.
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Figure 4: EDS spectra of four different spots of tin oxide nanowires. The inset shows the SEM images and the different spots analyzed.
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Figure 5: X-ray diffraction patterns of (a) pure SnO and (b) the as-synthesized SnO
2
nanowires at a growth temperature of 1050∘C for 30min.
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Figure 6: (a) and (b) Bright-field TEM images of SnO
2
nanowires and the corresponding diffraction patterns of (c) tip and (d) tail of the

nanowires.

energy, growth direction, and diameter of the final 1D metal
oxide nanostructures. Briefly, the following chemical reaction
will take place during the thermal evaporation process [29]:

2SnO (g) 󳨀→ Sn (l) + SnO
2
(s) . (2)

It is believed that tin oxide (SnO) vaporwill be transferred
by the argon gas (Ar) or is naturally spread out by thermal
diffusion to the deposition area. Because SnO is metastable,
it will decompose into Sn and SnO

2
above 600∘C, forming Sn

droplets as shown from the previous equation. According to
this mechanism, a metal catalyst is needed for Sn-metal alloy
droplets by the reaction with the metal catalyst particles. At
the same time, these droplets can provide the energetically
favored sites for adsorption of SnO vapor. Subsequently, the
decomposition of SnOwill result in the precipitation of SnO

2
,

and this leads to the formation of SnO
2
nanostructures [32].

However, in this process, no catalyst was used, and therefore
the growth of the nanowires is not consistent with the VLS
model but governed by the VS mechanism. Therefore, the
nanonuclei necessary for theVLS growth of nanowires, which

used to be obtained by adding an adscititious metal catalyst,
can also be created through internal chemical reactions of
precursors which are considered to be a self-catalytic growth,
which is in good agreement with the results obtained by the
EDS analysis.

4. Conclusions

SnO
2
nanowires have been successfully synthesized using

a quartz tube-based CVD reactor at a growth temperature
of 1050∘C for 30 minutes. The microstructures and surface
compositions of the nanowires were characterized by SEM-
EDS, XRD, and TEM.The SEMmicrographs revealed “wool-
like” structures with a network of nanowires, ribbons, and
belts. The nanowires follow the vapor-liquid-solid growth
mechanismwhich is evident because of the liquid droplets on
the tip of the nanowires. They serve as transporting medium
as the nanowires develop as a result of the precipitation
process. No metal catalyst was used in the synthesis of
these nano wires which proves that the tin oxide is self-
catalytic during the synthesis process. EDX analysis showed
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that the samples are purely Sn and O with a 1 : 2 weight ratio.
Nanowires have diameters in the range of 50–200 nm and
length 10–100𝜇m. X-ray diffraction analysis confirmed that
the as-synthesized materials are highly crystalline. The band
gap value of the SnO

2
nanowires obtained by UV-vis was

around 3.7 eV.
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